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ULTRASONIC TESTING REPORT
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Project Name:NH5 1#2# Expansion Joint Repair Report Date:2019.04.17 Report No. :CJP-WR-083-152-UT001-19-025
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Testing Rate Acceptance Grade Instrument No. Test Sensitivity
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Workpiece No. Weld No. |Welder No.| THK (mm) W.L (mm) | Probe Angle [Defect No.| X Y W D L |Property| Range Judge Repair Report No.
NH5-RIF-T]-002-Hi 51 - e 35/110 0° /45° = == == — - - - - Acc
NH5-R JF=T-002—{ 12 -- = 35/110 0° /45° == - - S - - =5 = Acc =r
NH5-RIF=T]-002~5 953 — - 25 0" /45° == = — e . = = = Acc =
NH5-R TF-TJ-002- {15 154 - - 22.5/62 0° /45° - e = = e o = = At
NHG-RJF-TJ-002- {45 455 - — 22.5/62 0° /45° = - - -— = — - - Ace -
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7 (Notes) : X.Y.W.D.L: WLE(
4L (P--Porosity),

See Drawing),
& 45 (Ace——Acceptance),

#H#54& ( LOF--Lack of Fusion),

A A5i%E (LOF—-Lack of Penetration),

A &H# (Rej-Rejection).

K3 7 (Inspector)

FAM P (Tech. Supervisor)
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Remark

1. oA A ha il & 7 TE K
Report without the specified inspection stamp of CJP company is invalid.

2. MELBIEAREIFA AN HARKE. BRAFTAE T
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. AREFBRELR
Report with alteration will be invalid.

4. ARG DT BAG = i A AL 771 T .

Report is only responsible for the inspective pieces.

5. Rl e FBEAEEH AR .

Report should not be copied without the agreement of CJP company.

6. RILPMMBULEREFRU, FTTHHARH.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. FipE—R=0 XA, BFFG.

Report is in triplicity, original stored in CJP company, two copies for client.

8. ARINit CMA ERRMIRE, AR&EMEIEHERNEEMSE R,
The data and result of the inspection report that unsealed can not be proved to
society.

R AL RIS FRA R

Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD

#uht: FRYITIRTLIX A R KIE 2076 SEEKE 6 2 3

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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