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NONDESTRUCTIVE TESTING REPORT
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Liquid Cylinder Lug Transformation of Nan'er BOP Crane
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CONTRACTOR; SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

o hE: FRIITTE X A S KOE 2076 SEEKJE 6FC3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
ML i Tel: 0755-86274981/26440278
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MAGNETIC PARTICLE INSPECTION REPORT
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Project Name: Liquid Cylinder Lug Transformation of Nan' er BOP Crane Report Date: 2018. 06. 05 Report No. :CJP-WR-083-133-MT001-18-039
i b 55 . AT IR E {2 2385 eFt 5
B BN FE 5 d ASME-VII-APP6 B ZCM-AD22012 }L ] =45N
Testing Position Executive Standard Instrument Type Lifting Power
i Lk EAE R 1% B34 5 1]
B 100% ik e % CIP-CF-20 i MT-BW
Testing Rate Acceptance Grade Instrument No. Magnetic Particle
w5 [EneS IR FE
RS 5. R 2 Smooth o AC-Yoke Be FA-5
Drawing No. Surface Condition Yoke Type Contrast Agent
HE R R AL 77 T Ak ]
ferm 45% ﬁf‘i‘i{xw ﬁ% A1(30/100) J ) Successive o 173s
Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
T w5 BTE BOS | RIS s IR 1R R BT BRI R R PRE S I
Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L( mm ) Defect No. DNS Judge
1HAH G RJFW05/RJFWO03 = o = SMAW = = S Acc
28 HL 5 RJFWO5/RJFWO3 — - - SMAW -— — = Acc
END
vk AR IEIR A (HTS-—Heat Treatment State) AKIEH (LOF—Lack of Fusion) #48i%( LOP—Lack of Penetratlon) ]{u
Notes: BRI & H /N (DNS—Defect Nature and Size) e (C-—Crack) S4L(P—Porosity) &% (Acc—Acceptance) &( e/l E‘ﬂe’@fﬂf@rﬁ n f
% 7 (Inspector) FiA M B (Tech. Supervisor) : %?fﬁ&(fmﬁhbﬁued Eggh’ee)
& Signature L3 J_e \Wang zhea 7 \ f{ f N il
A Date 20\4.06.05 09, 2 (. of AR o, oC

Form No. :CJP/WR. MTO1 Rev:E/0 1M o m Page No.: 1 /1



”ﬁ E oo Tk oM E L R

SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

R AR T P I
SKETCH OF DETECTION POSITION
R w5

IHAEG HAE

Form No: CIP/WR.03 Rev:E/0 FEl1wm k1w PageNo: 1 / 1




,_# - - ﬂﬂ%\_ui FE{/AG
:’mnﬁﬂnajyﬂuw ﬁ‘% ‘ﬁ j

.....

&L
Remark

T 8 = T ol L8 DA o]l b v 8
Report without the specified inspection stamp of CJP company is invalid.

2. MELREARTIFH A, FEAREE. BRAFALEFEN.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. FIMERETR.

Report with alteration will be invalid.

4. AR QU BT SR AL 5 T
Report is only responsible for the inspective pieces.

5. RERM AL FEBAFEHAME
Report should not be copied without the agreement of CJP company.

6. ZILBMXMMERERFI EFTF+HHARE.

Client should inform CIP company within 15 days if there’re any question about
the inspective result.

7. ARE—A=EM KAFRFERE—0, BPFG.

Report is in triplicity, original stored in CJP company, two copies for client.

8. RNt CMA ERAGIIR L, AR R LRI HIEH KRR .
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD

Hohb: FRYITTRS X A 2RI 2076 SEAIKE 6 2 €3

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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