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NONDESTRUCTIVE TESTING REPORT

TFEARR Project Name: KT SRS EETIE

Tiandi Yihao Gas Boiler Maintenance Project
ZHE AL Commission Unit : FEREELEREGRAH
ZHERALHAE Client Address: VT[T 3¢ T 4R %K 88 T H 5

T 45 Project No. : CJP-WR-165-001-19-032
¥ 7592 Inspection Method PT
& %5 Report No. : CJP-WR-165-001-PT001-19-032

%L Number of pages :

& H#H Report Date :

#LHEN Approved by
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CONTRACTOR: SHENZHEN CHENGJINPENG INDUSTRIAL CO.,.LTD

W ik HANTRLX A RS KIE 2076 SEALKE 6FC3

ADDRESS: C3F6, GAOKE BUILDING,NQ.2076, YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
B, i Tel: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cipsz]26@126.com
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LIQUID PENETRANT INSPECTION REPORT

TH B K S SRS i 242 TR it H e gm s
Project Name: Tiandi Yihao Gas Boiler Maintenance Project Report Date:2019.5. 24 Report No. : CJP-WR-165-001-PT001-19-032
o ]+, 2 K2 : Thrite SRl BIERE( C )
ko RIS EHRR ) AT NB/T47013.52015 | 00" DPT-5 i 201C
Testing Position b Executive Standard Cleanser Penetration Temperature
G Ll Lie % B BB ]
palan 100% i 1% ' DPT-5 10min
Testing Rate Acceptance Grade Penetrant. Penetration Time
R FHRE g kg
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Drawing No. Surface Condition Developer Dry Time( min )
TAE# R i 5 i - Eey , SN (min )
- _ 204 _ B 2 PR Rl 10min
Workpiece Material Testing Method Test block Developing Time
45 BIS BOos BT IREE R LiNCEE TR FOSMEEE ( mm ) LaERe R PERE
Workpiece No. Welder No. Weld No. |[Welding Process| W.L( mm ) Defect No. |Distance to Point™ O”|Defect Character| Defect Length (mm) Judge
Hdp kA RS 2413 Wi GTAW - == - - - 1 4%, Acc
P K HEE 2413 w2 GTAW —= = = = — I 2%, Acc
END
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i HHEE (LOF-—Lack of Fusion) #J2if ( LOP--Lack of Penetration) 3@%5 T i clus;gﬁﬁ‘
Notes: BH(C—Crack) “S{L(P—Porosity) &#4 (Acc——Acceptance) ﬂil‘$ﬁiﬁ;j~ReJec iﬂ‘:!
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Remark
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Report without the specified inspection stamp of CIP company is invalid.
2. MELBRIMEARSBITR AL BREE. ERAFTAZEFELI.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. AREFRBLR
Report with alteration will be invalid.
4. ARG 5 R FAL ST
Report is only responsible for the inspective pieces.
5. Rt B FREABEH AR E .
Report should not be copied without the agreement of CIP company.
6. ZILRMXIGNLEREFF W, FTF+HHLHMIERH.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. ARE—R=M: KAFREE—B, B
Report is in triplicity, original stored in CIP company, two copies for client.
8. ARk CMA RIS, NEE ML LEUEHIEM B EMLE R .
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Huk: BRI ILIX A REAE 2076 SHAAE 6 B 3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.

F 1% /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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