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Project Name:2# Expansion Joint Pressure Tube Installation on NH5 Report Date:2018. 05. 22 Report No. :CJP-WR-083-132-UT001-18-036
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Testing Rate Acceptance Grade Instrument No. Test Sensitivity
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Welding Process Groove Type Couplant
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Workpiece No. Weld No. |Welder No.| THK (mm) W.L (mm) | Probe Angle [Defect No.| X Y W D L |Property| Range Judge Repair Report No.
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1. R ok B S b Aar il & F 2 63
Report without the specified inspection stamp of CIP company is invalid.

2. MELBIEARBIEA N, EREE., ERFAFAZEFETLK.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. ARE BT
Report with alteration will be invalid.

4. AR AU AT i S EA B7 T .

Report is only responsible for the inspective pieces.

5. RER T PAFREAFEHRERE
Report should not be copied without the agreement of CIP company.

6. LR XIRMERER T, BT TLHARH.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. AE—A=M AXFRFE 0, FFPG.

Report is in triplicity, original stored in CJP company, two copies for client.

8. ARfndE CMA EHR IR E, ARZ R EERIERNEENLER.
The data and result of the inspection report that unsealed can not be proved to
society.
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