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NONDESTRUCTIVE TESTING REPORT
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MAGNETIC PARTICLE INSPECTION REPORT

Thermal Insulation Retrofit Personnel and Machinery Services
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Report No.
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Testing Position Executive Standard Instrument Type Lifting Power
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Testing Rate Acceptance Grade Instrument No. Magnetic Particle
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Drawing No. Surface Condition Yoke Type Contrast Agent
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Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L{ mm ) Defect No. DNS Judge
H70-9A W36 — e . GMAW —— — — [ 2% Acc
H70-9B W36 — — — GMAW - — = [ 2% Acc
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H70-10B W36 —= — — GMAW = — = I 2% Acc
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Report without the specified inspection stamp of CIJP company is invalid.

2. MELRIEARBIEF A BARE. HAARAZEFTEH.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. FIMERBER.

Report with alteration will be invalid.
4. A i OB T i SR B 71 5T .
Report is only responsible for the inspective pieces.

5. REAGI AL R BABE I AME.

Report should not be copied without the agreement of CIP company.

6. RILAMWEMEREGHRU, BT THLHARE,

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ARE-X= AAEEM—6, BB
Report is in triplicity, original stored in CJP company, two copies for client.

8. ARk CMA FERFRIMRE, FARZMLSERIEHEIERNERMER.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
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Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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