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HYSY115FPSO Gas Excess Reform Project Pipeline Electrical Instrument

Thermal Insulation Retrofit Personnel and Machinery Services
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ULTRASONIC TESTING REPORT

T B 44 B HYSY 1 15FPSOT 5 BR cipiss TR i (U R R BuE N RALE IS5 s H: s
e T i T e D e U e Report Date:2019. 06. 25 Report. No. :CIP-WR-094-027-UT003-19-038
ﬁj}ﬂ\ﬂi@,,ﬁ. ] AL &b Wﬁém NB/T47013. 3-2015 RS ) ZXUD-40E E@ﬁ@”’% i s ®2X40-18dB
Test Position Executive Standard Instrument Type Ref. Sensitivity
i 100% i I %% R CIP-CS-17 éﬁ%iﬁi{ﬁ e D 2 X 40-18dB+6dB
Testing Rate Acceptance Grade Instrument No. Test Sensitivity
s SD-DRG-FPSO-SF1017 | AR Smooth REERS CSK-1 A/CSK-T[A-1 |0 Drevine: l ‘
Drawing No. Surface Condition Sensitivity Block L W’l . L
iR 15 3] A 4
ziﬁd cs f';j;e&{ype 578X 12A70 ff_iflﬁé i:gi“‘l‘n i 70.8° /10mm - » JT1| [ l
E‘%mﬁ GMAW A K slald Tolk e H ! o !
Welding Process Groove Type Couplant
TS R4S BTS B PREEK BEkfrE | BAERmS %% 4 Reference Point PR | ) BAEI G
Workpiece No. Weld No. |Welder No.| THK (mm) W.L (mm) |Probe Angle[Defect No.| X ¥ W D L |Property| Range Judge Repair Report No.
HIW19038 H30-1-1 ZHT035 14/24 — 70. 8° == — | - — | == | - 2 - [ 4% Ace
HIW19038 H30-1-4 ZHT035 14/24 = 70. 8° e == = == == e —= = [ 4% Acc -
HJW19038 H30-2-1 ZHT035 14/24 = 70.8° = == = == == == = —= 14 Acc -
HIW19038 H70-2-1 ZHT035 24 —— 70. 8° — o) omm | = | = | = = - [ 2% Acc —
HIW19038 H70-2-3 ZHT035 24 - 70.8° == — — — | — e — == 14 Acc -
HJW19038 H70-2-4 ZHT035 24 = 70.8° —= = | = o=t ] - = I 2% Acc -
HIW19038 H70-2-6 ZHT035 24 — 70.8° == - = — | == s = — [ & Acc e
HJW19038 H70-5-1 ZHT035 24 - 70.8° == — —= —= s o == = [ 2% Acc -
HIW19038 H70-5-3 ZHT035 24 - 70.8° = — — — | =1 - =i — 140 Ac
HJW19038 H70-6-1 ZHT035 24 a 70. 8° -= g | e | ogme | el s = = 14 {\c_
HJW19038 H70-6-3 | ZHT035 24 - 70.8° —- il K N e ) W 47 A
7 (Notes) : X.Y.W.D.L: WL ( See Drawing), #¥& ( LOF—Lack of Fusion), ##2i% (LOF—Lack of Penetration), H&( C-——Crack), o
SFL(P--Porosity), &#% (Acc—Acceptance), A &#& (Rej-Rejection).
¥i%% 5 (Inspector) iAW (Tech. Supervisor)
&% s I3 Is Tog oz
HH Date: 20]Q0£l>’ , 0f . W

Form No. :CJP/WR. UTOIRev:E/0 1w S B R NGy 1 /]



e E N T RM M E % AR A
IEnK c

SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

Ao U4 5 B
SKETCH OF DETECTION POSITION
W&
Report Nj: CJP-WR-094-027-UT003-19-038

H30-1-1 H30-1-4

H30-2-1 H70-2-1

H70-2-3 H70-2-4

Form No: CIP/WR.03 Rev:E/0 F1wm oH2m PageNo: 1 / 2



—~ N T Ok oM T Lk F PR S
Yank . * | 7 & 4 Mg 5)

SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

Rl =gl
SKETCH OF DETECTION POSITION
Wi
ReportN:i CJP-WR-094-027-UT003-19-038

H70-2-6 H70-5-1

H70-5-3 H70-6-1

H70-6-3

Form No: CJP/WR 03 Rev:E/0 F2WM F2H PageNo: 2 / 2



—~_ X H T ok B M RN F)

&L
Remark

1. #RE Tk I AR & F B T3
Report without the specified inspection stamp of CJP company is invalid.

2. MELBREARBIEA A BARKE. RARNTART L.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. AREIRELR.

Report with alteration will be invalid.
4. AR BAL™ i AL AL TT .
Report is only responsible for the inspective pieces.

5. RN BALFEBEAFEHERE .

Report should not be copied without the agreement of CIP company.

6. LB MAEREFRYL, FTTHHNRERD.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ARE—R=4 KARFE 0, BPWA.

Report is in triplicity, original stored in CIP company, two copies for client.

8. ARin# CMA BRI MR Y, TRZFAMSEIERERNEEMER.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD

Hihk: BRYITIEILLIX A R K 2076 SHRFAAE 6 = C3

Address: Room C3, 6/F Gaoke Building, N0.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.

B 1% /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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