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*MM"‘E“_ _ BINEER WTW,E APT1104 e HS610e %?ﬁiﬁyg . € 2x40 48 db
Test Position Executive Standard Instrument Type Ref. Sensitivity

e AL 100% R = bkl CJP-CS-22 ﬁﬁgﬁj@@&g% - FeHE R HUE +6dB
Testing Rate Acceptance Grade Instrument No. Test Sensitivity

e — i Grinding A CsK-TA/CSK-TTA1 | DT

Drawing No. Surface Condition Sensitivity Block N !

5 4130 HLRE 57 8 x 12mm A45 TR AR/ NG 45°  9mm g |
Material Probe Type 57 8 x 12mm A60 Probe Angle / Index 60.1° 8. 1lmm

VBT Ik =EY a7 s |
Welding Process CTAW+SMA 2§OO§EEEYDS v éf&;?int Tk

TA w5 1REE5 BTS BB JREEC WLAE | Bbagms 2% 5 Reference Point PERR | YU =g/ RAEIR =
Workpiece No. Weld No. |Welder No.| THK (mm) W.L (mm) Probe Angle |Defect No.| X Y W D L |Property| Range Judge Repair Report No
COSL-YS-NS-001-1# W1 == 21 - 60.1° /45° - == oo e | oEE L e — — Acc -
COSL-YS-NS-001-1# W2 - 21 = 60.1° /45° = — | — | — | — | - = — Acc —
COSL-YS-NS-001-2# Wi = 21 == 60.1° /45° = it Iand Tandl Pl U - - Acc =
COSL-YS-NS-001-2# w2 e 21 — 60.1° /45° - — | = =] = | — — — Acc =i
END
7 (Notes): X.Y.W.D.L: LB ( See Drawing), HKtF& ( LOF——Lack of Fusion), #42i% (LOF-—Lack of Penetration), ZI%L(, ;(Si%;'
SHL(P—Porosity), &# (Acc——Acceptance), A&k (Rej-Rejection). % ‘»g:( g
636 5 (Inspector) HiARWME (Tech. Supervisor) “ﬁ;ﬁ;/xfiﬁzﬁé
%F Sign: Zin Wenzhony T, oo O R i 7
FI Date: 20(9-°8. 3p 251y .8 3o 3y .
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Remark
L 3RE TR B A ehs U & F & T
Report without the specified inspection stamp of CJP company is invalid.
2. MELBRIEARBIFR A BREE. ERAFAZEFZT.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. AIRERBLR
Report with alteration will be invalid.
4. IR DU B it AL 5 5T
Report is only responsible for the inspective pieces.
5. RERW HALFBAEE HAMRE .
Report should not be copied without the agreement of CJP company.
6. ZILRMXNBNERERFI FTFTHHMIERH.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. ARE—R=4 RAREE—0, BOFGS
Report is in triplicity, original stored in CJP company, two copies for client.
8. RN CMA ERRIIMRE, THEEMESEIEHIERNEEME R,
The data and result of the inspection report that unsealed can not be proved to
society.
AL RINTT SRS S A R AR
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
stk IR LXK A RERE 2076 SEAKEANE €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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