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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD 

J9l § ~f* :GC2i.J\:9:~If~ 

M ~ ~ ~m 1ii fr.. 
l=t 

RADIOGRAPHIC INSPECTION REPORT 
tliH5BM 

Project Name: GC2 Trial Installation Proj ect Repor t Dat e:2019. 10. 21 
f_&~IJ:J:tE.,~ ~:IJilrni"Yiw ~tt: sl#\1oo2 $M~ 

XXG- 2505 , CJP-XS-05 
~Jt~& 

Test Position .f} Ei It£ f:il I it 1m 24 :t!t-202 Source Fi l m Densi ty 
ro~-'% 

19001SGS 
1iiR ,s2: R "1 

2X2 
x-~~ff 

Drawing No. Focus Size X-Tube Voltage 
tA1rtFfft NB/T17013.2-2015, AB ~~/JJ:t Pb (0.1 X2)mm 

x-~~i'fiE c ~~£ ) 
Executive Standard ~. Ill ~ Intensifying Screen X-Tube Cur r ent(Act ivi ty 

I#Mmi Material SS304 C06Cr19Nil0) #.ill~ SFD 400mm 1~!9'litiQI 

tU !tll:t-{91] Testing Rat e 100% i&Jt~fi Film Type AGFA-C7 1!1:7tllt fBJ Exposure Time 

J11: -'% I14-'% i!Jltii-'% ;t!t!I~ 
~Jt~-'% 

:t¥!&1J?t 
;t!Hil~& 

.lfU£/ J!?-& 
~l!§ti't l5t 

No. Workpi ece No. Weld No. Welder Film No. Welding 
W. L(mm) 

Dia/ THK 
Def ect Condition(mm) 

No. Process (mm) 

1 19001SGS Hl K0017 A GTAW 57 <1>57x3.5 --

2 1900 1SGS Hl K0017 B GTAW 57 <1>57x3.5 --
3 ' 19001SGS Hl K0017 c GTAIV 57 <1>57x3.5 --
4 19001SGS H2 K0017 A GTAIV 57 <1>57><3.5 --

5 1900LSGS H2 K0017 B GTAIV 57 <1>57x3.5 --

6 19001SGS H2 K0017 c GTAIV 57 <1>57x3.5 --

7 19001SGS H3 K0017 A GTAIV 57 <1>57><3.5 12ll~ L¢.3: 

8 19001SGS H3 K0017 B GTAW 57 <1>57x3.5 [l]~ L¢.3: 

8 19001SGS H3 K0017 c GTAW 57 <1>57><3.5 ~~ 1.~. 

10 19001SGS H4 K0017 A GTAW 57 <1>57 ><3.5 --

11 19001SGS H4 K0017 B GTAW 57 <1>57x3.5 --

12 1900JSGS H4 K0017 c GTA\V 57 <1>57><3.5 --
~ (Notes) : 7K~1f(LOF-Lack of Fusion) *Ntml!!Jil€3 (RC- Root Concavi ty) ~~ (C-Crack) ~fL (P-Porosity) 

7K:t!il~(LOP-Lack of Penetration) ~~(UC-Undercut) 5GiC~~~ CN. S. D- No Recordable Defect) 

f&.!J&.il1 (Inspector) jJi :;f:llil:ttjTech. Supervi sor) 

~-* Signature l- /v. Wfh-,;.~Wl(J {DtJ. ~~ 
B J~ Date ),..:>1 y. lo.z...) u).ot~ I v . z.., l 

ta~~·~~ 

Report No. CJP- WR- 168-00L- RT002-19-074 

2. 0~4 . 0 
,'JJU~i'Mtli 

2o·c 
Developing Ternperatur 

190KV 
~~llt flil 

5min Develop ing Time 

5mA 
~Ji~~IJ£ zo·c 

Fix i ng Temperature 

JB 10- FE J:E ;;JJI!1 flil Fixing Time 15m in 

0. 6mi n i2IP.~1J?t DWDI 
Exposur e Technique 

:Q:~ Judge ~~IJ.:fx: 
~~1a~6· 

ijl §jiJ !;!i!l!: Repair Repair Report No. 
Grade Resu l t Ti mes 

I Ace -- --
I Ace -- -

I Ace -- --
[ Ace -- --

I Ace -- --
I Ace -- --
I Ace -- --
T Ace -- --
I Ace -- --
I Ace -- --
I Ace "" ~l).-M:: ~ --
I A~~ ~~P11tJ!f ~'"' --

~~(S. I-S ~~~fl usw.£ ~ 
-frm(Acc-Ac ep a ce) (!'1f . - Rejection) 

= r: · lA rAuilJ>r i zed.-~e) 

~; ~~ .. ::~~J 
~~ ~Y:-f~~ 

. . 
~ -~ !:~ -



~ #II -m ViX m e ~ ~ :tr ~~ 0 =aJ 

SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD 

M ~ ~ ~~ 11i iS- c~~) 
RADIOGRAPHIC INSPECTION REPORT 

19! § ~f$ :GC2U\3C~I~ :tiH!f F3 Jtll 
Project Name :GC2 Trial Installation Project Report Dat e :2019. 10. 21 

Jr.-% Iflf-1% Wfl!-% 
WI% 

~f'i~% 
;tlj!~/J~ 

:t!flgiH~JJ! 
1f.H:! J!1./Jt 

~llfltg?5L 
No. Workpiece No. Weld No. 

Welder 
Film No. 

Welding IV. L (rnm) Dia/ THK 
Defect Condition(mm) 

No. Process (mm) 

13 19001SGS H5 K0017 A GTAIV 57 <1>57x3.5 --

14 19001SGS H5 K0017 B GTAIV 57 <1>57x3.5 --

15 19001 SGS H5 K0017 c GTAW 57 <1>57x3.5 --

16 19001 SGS H6 KOO I7 A GTAW 57 <1>57x3.5 ffill~ Lo2. 
17 19001 SGS H6 K0017 B GTAIV 57 <1>57x3.5 IW~l#.: 

18 19001SGS H6 K0017 c GTAIV 57 <1>57x3.5 --

19 19001 SGS H7 K0017 A GTAW 57 <1>57x3.5 --

20 19001SGS H7 K0017 B GTAIV 57 <1>57x3.5 --

21 19001SGS H7 K0017 c GTAIV 57 <1>57x3.5 --

22 1900 1SGS H8 K0017 A GTAW 57 <1>57x3.5 mil~ Lo2. 
23 1900 JSGS H8 K0017 B GTAW 57 <1>57x3.5 ~~ Lo2. 
24 1900 1SGS H8 K0017 c GTAW 57 <])57x3.5 IQIJ~l#.: 

25 19001SGS HlO K0017 A GTAW 57 <D57x3.5 --
26 19001SGS HlO K0017 B GTAIV 57 <])57x3.5 --

27 19001SGS HlO K0017 c GTAW 57 <])57x3.5 --

28 19001SGS Hll K0017 A GTAW 57 <D57x3.5 --
29 19001SGS Hll K0017 B GTAW 57 <])57x3.5 - -

30 19001SGS H 11 K0017 c GTAW 57 <1>57x3.5 --
31 19001SGS H12 K0017 A GTAW 57 <])57x3.5 --

32 19001SGS H12 K0017 B GTAIV 57 <D57x3.5 --
lt(Notes): 7Kt&~(LOF-Lack of Fus ion) ttHfll[!!J~ (RC- Root Concavity) ~Hlt (C-Crack) ~fL (P-Poros i ty) 

~;t!j!~(LOP-Lack of Penetration) ~~(UC-Undercut) ~iG:W:9ikll€3 CN. S. D- No Recordable Defect) 
~~9Q(Inspector) ~~~£Tech. Supervisor) 

:f;S:f: Signature ,L. J.l-1 \V ~ :z.~ f ClH- *-e 2--k./ 

B)!Jl Date ..bol?.t() .],-1 u ')?~ . w. v) 

:tiH~·~ -15 

Repor t No CJP- IVR- 168- 001 - RT002- 19-074 
:~ J.I!, Judge jg{l~~~ 

~ftM~~· 
~Jllj ~-* Repair Repair Repor t No. 

Grade Result Times 

I Ace -- --
1 Ace -- --
I Ace - - --

I Ace -- --

I Ace -- --
I Ace -- --

I Ace -- --
I Ace -- --
I Ace -- -
I Ace -- --

I Ace -- --
I Ace -- --
r Ace -- --

I Ace -- --
1 Ace -- --
I Ace -- --

I Ace -- --

I Ace -- - -

I Ace --

1 /.fc~'i ~ ll~ --
~wcs. I -~~sion~t; 
tt~ (Aoo- _ ""~' ,Ill ej- Rejoo<io"J 
~tz r ii\ID · gnee) 

~h~ .~>. 
x_., ·~~Wk~ ~::fb/-v) 

0 · ~ 7'!i'r-
~ 

. 

I 

i 



¥* ~~~ -m ~ ~ m 3k; ~ 1r ~~ 0 i§'j 

SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD 

J9j § ~f* : GC2iJct~~If!i!. 

Project Name :GC2 Trial Installation Project 

F¥1% 
No. 

33 

34 

35 

36 

37 

38 

39 

40 

41 

42 

43 

44 

45 

46 

47 

48 

49 

50 

I 14Ji5-
1Vorkpiece No. 

1900!SGS 

19001SGS 

1900I SGS 

19001 SGS 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

1900ISGS 

19001SGS 

19001SGS 

1900ISGS 

19001SGS 

19001SGS 

19001SGS 

1900JSGS 

19001 SGS 

~~~-\} 

Weld No. 

IH2 

H13 

Hl3 

H13 

Hl5 

H15 

Hl5 

Hl6 

Hl6 

Hl6 

Hl7 

H17 

Hl7 

Hl8 

H18 

H18 

Hl9 

~1 19 

~I~ 
Welder 

No. 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

M 

~Jt~l% 
Film No. 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 
A 

B 

~ *-& ~w 1ii 1§- (~*) 
RADIOGRAPHIC INSPECTION REPORT 

W-~1Ji* 
Welding 
Process 

GTAW 

GTAIV 

GTAW 

GTAIV 

GTAIV 

GTAW 

GTAIV 

GTAW 

GTAIV 

GTAIV 

GTAW 

GTAW 

GTAW 

GTAW 

GTAIV 

GTAIV 

GTAW 

GTAIV 

t~'l!rRM 
Report Date :2019. 10.21 

W-Mt-~& 11H£/W-Il 
IV. L(mm) Dia/ THK 

(mrn) 

57 <1>57x3.5 

57 <1>57X3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <l>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <l>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

57 <1>57x3.5 

~llfJ'til& 
Defect Condition(mm) 

mlfiik- 12 

mJ(Jjk L~ 

Wll~lf.ii: 

19JJ~ IB: 

mll~ lf.ii: 

Bll~ L~ 

II1J (f}{- L~ 

1Jl'E;·~~ 

Repor t No CJP- WR- 168- 001-RT002-19-074 
:@:m Judge 

~;)Jrj I tiliJf 
Grade Result 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

ili.ililx~ 
Repair 
Times 

~fr~t~~­
Repair Report No. 

51 I 19001SGS I H19 I K0017 I C I GTAW I 57 I <1>57x3.5 I - I I I Ace~-~ 

52 I 1900ISGS I H20 I K0017 I A I GTAIV I 57 I <1>57x3.5 I -- I I I ~ ... ·:.a'i,§~,l\. 
(£(Notes) : ?Ktg~(LOF-Lack of Fus ion) ~~~~ (RC- Root Concavity) ~~(C-Crack) ~fL(P-Porosity) 

?KW-~(LOP-Lack of Penetration) ~~~(UC-Undercut) 7E~~~~ (N. S. D-No Recordable Defect) 

:f:&~~.!ll (Inspector) tt;;lCllil:JL(Tech: Supervisor) 

~* Signature .2~ w~ ··-1 lr;wt ~ I \~.~;] 
El WI Date p 1'1. I 0 • v' I . - 0 ')<J ~ • io·: Y( nT -- Xo, urik-wfll i!J/07. yf 

Form No. :CJP/ WR.RT02 Rev :E/ 0 _m 3 ~ 8 74 »+.9' Page No. : 3 /7 



¥* :!111 -m "ViX m 1m ~ ~ :ff ~~ ~ PJ 
SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD 

M ~ *-& ~tl til iff c~~) 
RADIOGRAPHIC INSPECTION REPORT 

19! El ~f* : GC2iJ\~~If£ ~~15 8M ~ll~~~ 
Project Name : GC2 Trial Installation Project Repor t Date :2019. 10.21 Report No CJP- IVR- 168- 001- RT002- 19-074 

I{lf:~ ~~i!-'% 
~I -~ 

~Jt~-'% 
~~1:7¥! 

W~*!! 
~A£1~1! Mil'stti 1Jt 

.ll. .J.\!. Judge :iS~Ij;:~ 
:iS~M~'6· Ff-'% Welder Welding Dia/ THK ~jjrj tfi* Repair No. Workpi ece No. Weld No. Fi lrn No. IV. L (mm) Defect Condi ti on(mm) Repair Report No. No. Process (rnrn) Grade Resul t Ti mes 

53 19001SGS H20 K0017 B GTAIV 57 <1>57x3.5 - - I Ace -- --
54 19001SGS I-l20 K0017 c GTAIV 57 (!)57x3.5 -- I Ace -- --

55 19001SGS H21 K0017 A GTAIV 57X2 <1>57x3.5 -- I Ace -- --
56 19001SGS H21 K0017 B GTAIV 57X2 (!)57x3.5 -- I Ace - - --
57 19001 SGS H23 K0017 A GTAW 57X2 <1>57x3.5 -- I Ace -- --
58 19001SGS H23 K0017 B GTAW 57 X2 <1>57x3.5 ffiiAA L8 I Ace -- --

59 19001SGS H27 K0017 A GTAW 57 <1>57x3.5 -- I Ace -- --
60 19001SGS H27 K0017 B GTAW 57 (!)57x3.5 -- l Ace -- --

61 19001SGS H27 K0017 c GTAW 57 (!)57x3.5 -- I Ace -- --
62 1900\SGS H28 K0017 A GTAW 57 <1>57x3.5 -- I Ace -- --
63 19001SGS H28 K0017 B GTAW 57 (!)57x3.5 - - I Ace -- --
64 1900 ISGS H28 K0017 c GTAW 57 <1>57x3.5 -- I Ace -- --
65 19001SGS H29 K0017 A GTAW 57 <!>57x3.5 -- I Ace -- --
66 19001SGS H29 K0017 B GTAW 57 <!>S7x3.5 -- I Ace -- --
67 1900 1SGS H29 K0017 c GTAIV 57 (!)57x3.5 -- I Ace -- --

68 19001SGS H30 K0017 A GTAIV 57 <1>57x3.5 -- I Ace -- --
69 19001SGS H30 K001 7 B GTAW 57 <1>57x3.5 -- I Ace -- --

70 19001SGS H30 K0017 c GTAIV 57 <1>57x3.5 - I Ace - - - -

71 19001SGS H31 K0017 A GTAIV 57 (!)57x3.5 -- I Vw. li1'.6~ --
72 19001SGS 1131 K0017 B GTAIV 57 <1>57x3.5 -- I h~~l pllj]l.~.l#' --

if(Notes): ~~it(LOF-Lack of Fusion) t!Hlll[!!]~ (RC-Root Concavity) ~~ (C-Crack) ~JL (P- Poros i ty) ~m<s.I -r~c~~ -~&;' 
~W~(LOP Lack of Penetration) ~~(UC Undercut) xi.C~MI~ CN. S. D No Recordable Defect ) -fr-*l (Ace ·PI ance . /F ~l!J~~ j Rej ect ion) 

#!~91 (Inspector) jj(:i~Jl{f'l'f (Tee~. Supervisor) l~:&~~hor i~ lgnee) 

~~ Signat ure 2' w .lt-. '· I 't.t e-1\......., -v . "'} -~~~~ \~.lY-., ;, /~, , J 
B Wl Date #'O!q.lo-vJ v 1-o~ . };0. 1:1 \:.o (J ( f}8JI/ll!f J/ . 1/{ 

~~~J..::J 

I 
! 
I 

I 



¥* jjl[ rtf -VJX lm ~ ~ ~ :ff ~~ 0 a] 

SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD 

M~~wmtli ~ p (~7&) 
RADIOGRAPHIC INSPECTION REPORT 

J'9i 13 ~f* : GC2i~3{~.I~ m~BM 
Project Name:GC2 Trial Instal lation Project Report Date :2019. 10.21 

11~ 
No. 

73 

74 

75 

76 

77 

78 

79 

80 

81 

82 

83 

84 

85 

86 
87 

88 

89 

90 

91 

.Iflf~ 
Workpiece No. 

!9001 SGS 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

19001 SGS 

19001 SGS 

19001SGS 

19001SGS 

1900 1SGS 

I9001 SGS 

19001 SGS 

19001SGS 

l9001SGS 

19001 SGS 

19001SGS 

1900ISGS 

I9001SGS 

19001SGS 

;t!j!~-1% 

Weld No. 

H31 

H32 

H32 

H32 

H33 

H33 

H33 

H34 

H34 

H34 

H35 

H35 

H35 

H37 

H37 

H37 

H38 

H38 

H38 

:i:G!.I~ 
Welder 

No. 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K00 17 

K0017 

K0017 

K0017 

m;Jt~-%3-
Fi lm No. 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 

;tlj!~/Ji<E 
Welding 
Process 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAIV 

GTAW 

GTAW 

GTAW 

GTAW 

GTAIV 

GTAW 

;t!j!~-lfll IIH£/J!JJl 
IV. L (mm) Dia/ THK 

(mm) 

57 <D57x3.5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <D57x3.5 

57 <D57><3.5 

57 <D57><3.5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <D57 x3 .5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <1>57><3.5 

57 <1>57><3.5 

~llf.J'tjlp)t 

Defect Condition (mm) 

1211~ L¢.i: 

ffin~ l# 

92 I 1900 I SGS I H40 I K0017 I A I GTAW I 57 I <D57x3.5 · - -

lt(Notes): 5K~.g.(LOF-Lack of Fusion) ~~~~ (RC- Roo t Concavity) ~~(C-Crack) ~1L(P-Porosity) 

7K~~(LOP-Lack of Penetration) l~ia(UC-Undercut) 7EiG~~~ (N. S.D- No Recordable Defect) 

fill&~ (Inspector) I 1i*~ (Te<{h. Supervisor) 

~:¥ Signature I j_,·v- ~~~Acrn.., I /a~ ~2-w' 
BAA Date I P>l'f. 10 ·2.-1 I \J yoV) . ~0. vi 

Form No. :CJP/WR. RT02 Rev: E/0 

*'a·~-\} 
Repor t No. CJP-WR- 168- 00l- RT002- 19-074 

AJ:.!-1!. Judge i!H~i.'l\1!& 
Repair 
Times 

~f~M~~­
Repair Report No. ~5Jij I ~* 

Grade Resu lt 
Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 
I I Ace I __...._,_ 

I I A~ I£1J.:r~ 
. '\l~ .. , . .... ,~~/; ~ 

/\..f.!:!. \-.l · J. VJ.Ot;,~Hv~S'\fQhJ •t, 

.g.,m (Acc-Accef~ ~-fr· ~~...i eject ion) 

~~ (A~ed lWn<t) 
~~~-:-- ·~ 

\:
- -~ WY.JJJ!I :t::. -s•.- I I ~.. ;--p </Af·n:f r:JI v 

m5:0 s / 7 



i* :fj fl -m "ViX tm e ~ ~ 1f ~~ 0 a=J 

SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD 

M ~ {& ~m 1l 15- (~~) 
RADIOGRAPHIC INSPECTION REPORT 

J'9,i§~~ :GC2il.t~~I~ W~BM 1~~-~ -IJ 
Project Name : GC2 Trial Installation Project Report Da te :2019. 10.21 Report No CJP-IVR- 168- 001- RT002-19- 074 

Ff:.l;} 
No. 

93 

94 

95 

96 
97 

98 

99 

100 

101 

102 

103 

104 

105 

106 

107 

108 

109 

110 

Iftt ·"Y 
Workpiece No. 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

19001 SGS 

19001 SGS 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

19001SGS 

19001 SGS 

19001SGS 

19001SGS 

W~l% 
Weld No. 

H40 

H40 

H41 

1141 

H41 

1142 

H42 

H42 

H54 

1154 

H54 

H55 

1155 

H55 

H56 

H56 

H56 

H57 

;t!i!I.l;} 
Welder 

No. 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

K0017 

Ji(i.SJt~l% 
Film No. 

B 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 
A 

B 

c 
A 

W~1JY.t 
Welding 
Process 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTA\V 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAW 

GTAIV 

GTAW 

GTAW 

:t!i!~iH~J3t 'lt1VJ!1-& 
W. L(mm) Dia/ TIIK 

(mm) 

57 <l>57x3.5 

57 <D57x3.5 

57 <l>57 x3.5 

57 <l>57 x3.5 

57 <l>57x3.5 

57 <l>57x3.5 

57 <l>57x3.5 

57 <l>S7x3.5 

57 <l>S7x3.5 

57 <I>S7x3.5 

57 <l>S7x3.5 

57 <I>57x3.5 

57 <l>57x3.5 

57 <I>S7x3.5 

57 <l>57x3.5 

57 <l>57x3.5 

57 <l>S7x3.5 

57 <l>57x3.5 

ffilt 115 ti'FJC. 
Defect Condition(mm) 

~:% Judge 

•~ I ~m 
Grade Resu l t 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

Ace 

ll'i!lffilt L¢.i: Ace 

IQll~ l.B Ace 

Ace 

Ace 

jJH~iJ\~ 

Repair 
Times 

~t~t~~­
Rcpair Report No. 

111 I 19001SGS I H57 I K0017 I B I GTAW I 57 I <I>57x3 .5 I -- I I Ace 

112 I 19001SGS I 1157 I K0017 I C I GTAW I 57 I <I>57x3.5 I -- I I I ~-~.~~ ~ 
r£ (Notes) : *~i:- (LOF- Lack of Fusion) :1'1Hflll!!lll5 (RC-Root Concavity) ~~ (C-Crack) ~:JL (P- Porosi ty) ~i'i!t (S. I ~~~¥/~:rrlt~ ~ 

*~~(LOP-Lack of Penetration) l~:itl (UC- Undercu t.) :1CiC.~ffiltil& (N. S. D- No Recordable Defect) -§-~(Ace-~~e) ~ . ej- Re ject ion) 

~\1&91 (Inspector) 

~* Signature LiM VV~ :Z..~"fl1 
BAA Date I ")AI~. I 0 . }/ - \l - ')otf fo-~~ [ -- \:::t.-:;;..ff£/J!1~tJc"'-lJ<)J. <J//t 
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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD 

M ~ f.& ~w 1~ 'ff (~* ) 
RADIOGRAPHIC INSPECTION REPORT 

:0:! § i5~ : GC2U\~J~If~ m~ BM t!it~~ .£} 

Project Name:GC2 Trial Instal lation Project Report Date :2019. 10. 21 Report No CJP-~~-168-001-RT002- J 9-074 

Ff-1% I1!J:-I% ~~~-~ 
;t!i!I -5 

Jf£Jt~ -~ 
:t!j!*:;IJ~ 

:tll!~*& 
li1£/ Jl/.Jl 

~~ti'il£ 
:e:m Judge j!HM.X1& 

:i!Ri1M~ ~-
No. Workpiece No. Weld No. 

Welder 
Film No. 

Welding IV. L (mm) Dia/ TBK Defect Condit ion (nun) ~Jjlj ~* Repair Repa ir Repor t No. No. Process (mm) Grade Result Ti mes 
113 1900 ISGS H58 K0017 A GTAW 57 <!>57x3.5 -- l Ace - - --
114 l900 ISGS H58 K0017 B GTAW 57 <l>57x3.5 - I Ace -- --

115 1900 ISGS H58 K001 7 c GTAW 57 <!>57x3.5 - - I Ace -- --
116 19001 SGS H59 K0017 A GTAW 57 <!>57x3.5 -- I Ace -- --

117 I900I SGS H59 K0017 B GTAW 57 <D57x3.5 -- I Ace -- - . 

118 1900I SGS H59 K0017 c GTAW 57 <!>57x3.5 - - I Ace -- --
119 19001 SGS H66 K0017 A GTAW 57 <!>57x3.5 - - J Ace - - --
120 19001SGS H66 KOOI 7 B GTAW 57 <!>57x3.5 - - I Ace -- --
121 19001SGS H66 K0017 c GTAW 57 <!>57x3.5 -- I Ace -- --
122 1900I SGS H67 K0017 A GTAW 57 <D57x3.5 - - I Ace -- --
123 I9001 SGS H67 K0017 B GTAW 57 <!>57x3.5 -- I Ace - - --
124 19001 SGS H67 K0017 c GTAIV 57 <!>57x3.5 -- I Ace -- --
END 

_,;;, l ,...i~ 
~-~1 IMJ:1. ... _,b\. 

~(Notes) : ~tg~(LOF-Lack of Fusion) ~tiil!!!l~ (RC- Root Concavity) ~~ (C-Crack) ~{L (P-Poros i ty) ~ltt(S. I -~~~=~~~ . . . 
~~~(LOP Lack of Penetrat ion) ~~ (UC Undercut) 3EiC~~~ (N. S. D-No Recordable Defect) ~~ (Ace- nee >F~I ~J-Re]ec t 10n) 

~~~.!ll (Inspector) iR~~~(T~ch . Supervisor) ~~tX.,;PlfthoritthS gnee) 
%;::;<: Signat ure 1-~.... 'vJ ffo.. ~)v.-1 {Vl ~ ~~ J..v., \ ftl!JflifJII .... l ... ~~- .A v 

ElM Date 2-o ~~-to- vi u ?-'Ov\ . l'V. vf ~0 (7~ fJIIJ.!JoJX I J,o, vi 
-~"7.E'· 
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Remark 

Report without the specified inspection stamp of CJP company is invalid. 

Report without the signatures of operator of film judge, tech. supervisor and 

tech. principal is invalid. 

Report with alteration will be invalid. 

Report is only responsible for the inspective pieces. 

Report should not be copied without the agreement of CJP company. 

Client should inform CJP company within 15 days if there're any question about 

the inspective result. 

Report is in triplicity, original stored in CJP company, two copies for client. 

The data and result of the inspection report that unsealed can not be proved to 

society. 

Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD 

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD, 

Nanshan District, Shenzhen. 

~~/TEL:0755-86274981/26440278 
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