,» Rl SWEEARAD

vl O =)

NONDESTRUCTIVE TESTING REPORT

TFEZFR Project Name: __ 4% X1243 F & 1 & BAIRAFERE

Maintenance of a Crane Pulling Roller on the XJ243 Platform

/\-'m—"J

ZFL AL Commission Unit ; F
Tt Aribl Client Address: HZRXWREET HEX L %15

TH#%5 Project No. : CJP-WR-051-307-18-025

FEW 52 Inspection Method - MT

#4595 Report No. : -WR-051-307- -18-

T# Number of pages :
% H# Report Date :

#t#EAN Approved by :

o, SR RS A R A A

CONTRACTOR: SHENZHEN CHENGIJINPENG INDUSTRIAL CO.,LTD

o dk: HITTESLIR A R KIE 2076 SRR E 6FC3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
B i Tel: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cipsz126@126.com

Form No:CIP/WR.01 Rev:E/0




D o] 4

IR I TR S SE Ak A RR 4 A

SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

e/ |

i

MAGNETIC PARTICLE INSPECTION REPORT
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Project Name:Maintenance of a Crane Pulling Roller on the XJ243 Platform Report Date: 2018. 04. 27 Report No. :CJP-WR-051-307-MT002-18-025
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Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L( mm ) Defect No. DNS Judge
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SHL (P-—Porosity)
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Remark
1. & Tk s A fa i & = R
Report without the specified inspection stamp of CIP company is invalid.
2. ELBREAREFFA, BAREE. BRATAZTTR
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. FIREWRBTR
Report with alteration will be invalid.
4. AT U b B2 A R AL D 5T
Report is only responsible for the inspective pieces.
5. R&rl BALRI AR EHI AR E
Report should not be copied without the agreement of CIP company.
6. ZFLHPARMEREA TV, BT TRHARE.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. AfE—A=m AR, BORA.
Report is in triplicity, original stored in CIJP company, two copies for client.
8. KN CMA BRI L, AREZmAiSEIEWIEHPEHREMER
The data and result of the inspection report that unsealed can not be proved to
society.
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