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MAGNETIC PARTICLE INSPECTION REPORT
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Project Name:purchase of Crude 0il Pumps for In-service Facilities Renovation Project of Xijiang 0ilfield Group Report Date: 2019. 05. 06 Report No. :CJP-WR——051-351-MT001-19-027
N QPOC *ﬁ‘hﬁ& AWSDI. 1 l[ &%@% ZCM-A2202 I ?ﬁfﬂ #J = 45N
Testing Position Executive Standard I Instrument Type N Lifting Power |

0 L o Bt B ' s S L =
Testing Rate Acceptance Grade !Instrument No. > ! Magnetic P?,rti?_le__,_

Hacs RIERE | HEEEHA REH

Drawing No. - Surface Condition Aot ;Yoke Type ek : (_I_E}Etrast Agem'_ B
LTHHE A106B R Al 30/100 Wl Successive Rial 173s
Workpiece Material Sensitivity block Magnetizing Method 1 Magnetizing Time

T A= BTS BOY | AR Hramwst RETE R I E R e N P S
Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L(C mm ) Defect No.; DNS Judge

3"-CR-20025-A2-HT45 TPY001 Wi - - GTAW —- - - A
| 3”-CR-20025-A2-HT45 TPY001 W2 " - GTAW - | = —~ Ace
3”-CR-20025-A2-HT45 TPY001 w3 i =i GTAW ! = ' iy =S ACC
3”-CR-20025-A2-HT45 TPY001 W - — GTAW ! - -1 = Ace
3"-CR-20025-A2-HT45 TPY001 W5 - - GTAW - i ACC
3”-CR-20025-A2-HT45 TPY001 W = = GTAW } - | - —_ ACC
3”-CR-20025-A2-HT45 | TPY001 w7 = - GTAW | —- | - - Ace
37-CR-20025-A2-HT45 | TPY001 WS = — GTAW | — i o —- ACC
3”-CR-20025-A2-HT45 TPY001 LW — | - GTAW | - ; -
3”-CR-20025-A2-HT45 TPY001 W10 = . | GTAW 1 -

37-CR-20025-A2-HT45 | TPY001 A 5 — = ' GTAW ‘ -~

3"-CR-20025-A2-HT45 E TPYOO1 W12 = - GTAW e o5,

2”-CR-20037-A2-HT45 | TPYOO1 Wi = = GTAW — .

B BAL IR A (HTS--Heat Treatment State)
Notes: G R LK/ (DNS—Defect Nature and Size)

F 454 (LOF—Lack of Fusion)

2er (C-—Crack) S fL(P-—Porosity)

trH% (Acc—Acceptance)

#36 A (Inspector)

‘ Hi A 1 (Tech. Supervisor)

257 Signature
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HHH Date
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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD
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THEHS | BIE | EOe [AsEks EOBR | R By BEEKE | GRS | BUEMR R B
Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L( mm ) iDefect No. DNS Judge
2”-CR-20037-A2-HT45 TPY001 W2 = = GTAW - T = - ACC
2" -CR-20037-A2-HT45 TPY001 W3 = - GTAW - | - = P
2"~CR-20037-A2-HT45 TPY001 W — - GTAW - (e )
2"~CR-20037-A2-HT45 | PY001 W5 — — GTaW — e — ACC
2"~CR-20037-A2-HT45 | TPY001 W6 — — GTAW - . - 1 - e
2”-CR-20037-A2-HT45 | TPY001 W7 ~ - GTAW -- - R
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B B FEIRAS (HTS—-Heat Treatment State) Fekf A (LOF—Lack of Fusion) HJFi% ( LOP--Lack of Penetration) JESES.
Notes: &Rt B & H s (DNS——Defect Nature and Size) A (C—Crack) 4L (P-—Porosity) &#% (Acc—Acceptance) !ﬁfgﬁmej
¥ 57 (Inspector) | }357@5&% (Te\cp.Supervisor} 1\ _______ @iﬁ_
&% Sign 7)€ i owh e 7
EI ¥ Date T 19 ot -0k gel] . 0.0 =
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SKETCH OF DETECTION POSITION
hEgms:
Report N-j: CIP-WR-051-351-MT001-19-023

= L F ol - TS )

37-CR-20025-A2-HT45 W1 W2 W3 37-CR-20025-A2-HT45 W4

37-CR-20025-A2-HT45,W5 W6

3”-CR-20025-A2-HT45 W9 W10 37-CR-20025-A2-HT45 W11 W12
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SKETCH OF DETECTION POSITION
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Report No: CJP-WR-051-343-MT001-19-013

2”-CR-20037-A2-HT45 W1 W2 27-CR-20037-A2-HT45 W3 W4 W5 W6
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Remark
D i+ 4= Wt !l L ¥ v bR 2= R W s
Report without the specified inspection stamp of CJP company is invalid.
2. RELBEARBIER AN BARBEE . ERATAZEFTH
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid._
3. AIREFHRELR
Report with alteration will be invalid.
4. AR OSBRSS AL 5T
Report is only responsible for the inspective pieces.
5. ARERMFEALR S AR E AR S
Report should not be copied without the agreement of CJP company.
6. ZILRAFRMAFEE R, BT TLHARE.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. ARG A=A AQEFE 0, B WA
Report is in triplicity, original stored in CJP company, two copies for client.
8. AINdE CMA ERa MR, A B4 b etk BIAF A g R .
The data and result of the inspection report that unsealed can not be proved to
society.
Bz BRI TR IS Sl A BR 2 7]
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Huhk: IRYITRE X A B KIE 2076 SEFIAE 6 )= €3
Address: Room C3, 6/F Gaoke Building, N0.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
1 /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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