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NONDESTRUCTIVE TESTING REPORT
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MAGNETIC PARTICLE INSPECTION REPORT

T H 48R LF13-2 =LA MK & S &k 28 8m T4 m T ik B 3 4 o5
PIOjECt Name : Processing of Flange Connection Processing Parts for LF13-2 Main Engine Cooling Sea Water Standby Pipeline RepOT‘t Date: 2019. 05, 24 RBDOI‘t, No. CJP—WR—OS1—353—MT002—19—033
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Testing Position QPOC Workshop Executive Standard Instrument Type | . Lifting Power
75 Lk A5 SRR {2 2545 WA
5 100% i .5 i CIP-CF-21 L MT-BW
Testing Rate Acceptance Grade Instrument No. " J Magnetlc Particle
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Drawing No. Surface Condition Yoke Type , Contrast A_gent
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Workpiece Material Sensitivity block Magnetizing Method | Magnetizing Time
THEwS BTS BOY | HAbENRES A= TR ik RS KR BRfEE | BRMEHERT AR WEE S
Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L( mm ) Defect No.; DNS Judge
IW0-19-02-A027 HY007 W1 — VA GTAW 443 — E = Ace
IWO-19-02-A027 HY007 W2 — VA GTAW 443 — — Acc
TW0-19-02-A027 HY007 w3 — g} GTAW 443 — — Ace
IW0-19-02-A027 HY0O07 W4 = VEi] GTAW 443 — _l o Ace
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|44 (LOF——Lack of Fusion)
L (C—Crack) S {L(P—Porosity)

1% 7 (Inspector) HiAR #5 & (Tech. Supervisor)

<€ 70,.,.\, e 20/ | .
ZolY-o5 24t ol el M | fw‘nv?g. o 2%

BiE AL PR (HTS-—Heat Treatment State)
Notes: & TE T K K /N (DNS--Defect Nature and Size)
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1. AR oAl B o R i L F & TR AR
Report without the specified inspection stamp of CIP company is invalid.

2. MELEBIENREIEF A BAREE. BARNTAZEFEIL.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. FIRERBTRL
Report with alteration will be invalid.

4. ARG BT EAG T F 32 A TR AL 57 55
Report is only responsible for the inspective pieces.

5. REFIM AL R AT AR
Report should not be copied without the agreement of CJP company.

6. ZICRAINRME REF AW BT HHAHMNIRE.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. KRE-X=E0 AL 0, FOBHD.

Report is in triplicity, original stored in CIP company, two copies for client.

8. RN CMA BATIIR T, AR M2 EAIE N B EdE g 5
The data and result of the inspection report that unsealed can not be proved to
society.
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