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RADIOGRAPHIC INSPECTION REPORT 

Project Name : PY30- 1 Platform Outage Pipel ine Replacement Servi ce Repor t Date:2019.09. 19 Report No. CJP- II'R- 051 -364- RTOOl- 19-068 
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2o·c 
Test Position QPOCWorkshop Source Fil m Density Developing Temperatur 

00~~-\% ~ ,~.:R-t 
2. 5 X2. 5 

x-~~JI 
200kV 

M~JBtfi'iJ 
5min --

Drawing No. Focus Size X-Tube Voltage Developing Time 
:j;ll.fftiJ\ItE 

ASME 831. 3 
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2o·c 
Executive Standard Intensifying Screen X-Tube Curr ent(Act i vity Fixing Temperature 

I1H-t£ Material A182 F51 ~~E SFD 500mm ~l~itiQI ASTM lA }E~U•jfiij Fixing Time 15m in 

t&Wltltt-f71J Test ing Rate 100% !JXJt~tt Film Type AGFA-C7 lliJ'tutfiiJ Exposure Time l min J!P.~1Jf£. 
DWDI Exposure Technique 
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No. Workpiece No. Weld No. 
Welder Film No. Welding W. L (mm) Dia/THK 

Defect Condition6nm) 
W.J-}!J ~* Repair Repair Report No. 

No. Process (mm) Grade Result Times 

1 IW0/ 19/02/A043 W3 HY018 A -- 33. 4X2 <1>33 .4x6.4 -- -- Ace -- --

2 IW0/ 19/02/A043 W3 HY018 B -- 33. 4X2 <1>33.4x6.4 -- -- Ace -- --

3 IW0/ 19/ 02/A043 W3 HY018 c -- 33. 4X2 <l>JJ.4X6.4 -- -- Ace -- --
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Remark 

Report without the specified inspection stamp of CJP company is invalid. 

Report without the signatures of operator of film judge, tech. supervisor and 

tech . principal is invalid. 

Report with alteration will be invalid. 

Report is only responsible for the inspective pieces. 

Report should not be copied without the agreement of CJP company. 

Client should inform CJP company within 15 days if there're any question about 

the inspective result. 

Report is in triplicity, original stored in CJP company, two copies for client. 

The data and result of the inspection report that unsealed can not be proved to 

society. 
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