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Maintenance of a Crane Hoist in Xijiang Oilfield
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CONTRACTOR: SHENZHEN CHENGJINPENG INDUSTRIAL CO.,.LTD
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MAGNETIC PARTICLE INSPECTION REPORT
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Project Name:Maintenance of a Crane Hoist in Xijiang Oilfield Report Date: 2019. 04. 26 Report No. :CJP-WR-051-350-MT002-19-026
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Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
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Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L( mm ) Defect No. DNS Judge
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¥ 3% 7 (Inspector)

Tﬁ*lﬁiﬁﬂ;ch. Supervi sor)

%9 Signature

LT Le

H# Date

2009. 0%2.6

/6h<5 T 20,
b

Form No. :CJP/WR. MTO1 Rev:E/0




= R N TR A M E L AH RN
II IENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

SHENZHEN ¢

A I B I
SKETCH OF DETECTION POSITION
MRS
Report Nj: CJP-WR-051-350-MT002-19-026

XJ30-2 #HHL
HEIHAS: CH230A-36120-21-1P
EFVRS: 0000830

Form No: CJP/WR 03 Rev-E/0 g1 k1 m PageNo: 1 / 1




)"( A OY T R BN L L H R

&E
Remark

1. RE A AL T
Report without the specified inspection stamp of CIP company is invalid.

2. MELRIEARBIFA A, BRKE. BRAAFTAZETLHR.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. FIMERBLR
Report with alteration will be invalid.

4. ARG DB b A AL f 57 .

Report is only responsible for the inspective pieces.

5. RERT AL REAEEHIAMRE.

Report should not be copied without the agreement of CJP company.

6. ZILHAXRMAEREGFI, WTHHENIRS.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ARE—R=0 AAFREE 0, BB
Report is in triplicity, original stored in CJP company, two copies for client.

8. ARIN#E CMA BRI E, AR & UEH/EH R 2.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD

Hadik: FRYITTRE X H A KIE 2076 SHALAE 6 /2 €3

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.

1% /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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