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NONDESTRUCT IVE TESTING REPORT
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Maintenance of HZ26-1 Platform Hook Winch
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MAGNETIC PARTICLE INSPECTION REPORT
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Project Name:Maintenance of HZ26-1 Platform Hook Winch Report Date: 2019. 04. 26 Report No. :CJP-WR-051-350-MT001-19-026
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Remark

1. 385 A Sk Il & F & oA
Report without the specified inspection stamp of CIP company is invalid.

2. WELBREARBIERF A, BEREE. HERAFTAZETTIH.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. FAIRERBIR
Report with alteration will be invalid.

4. ARG b AR A AL 5T
Report is only responsible for the inspective pieces.

5. KGRI AL R BEAFE B AR .

Report should not be copied without the agreement of CIP company.

6. ZILHMXGMEREA R, FTF+HHARH.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. FiE—R=0 ALFFE—G, BB
Report is in triplicity, original stored in CIP company, two copies for client.

8. ARk CMA EHIRMME, ARZ LS UEHEH KRR R.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
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Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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