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NONDESTRUCTIVE TESTING REPORT

THELFR Project Name: 931 ‘P& AHEKE

931 Platform Cold Cylinder Inspection
ZHEHAL Commission Unit : IRIITIAERESNV AR AFE
FAC AL AL Client Address: BN T B BH X i 2K EHT B A

T#4S Project No. : CJP-WR-083-159-19-057
7% Inspection Method : MT
W45 Report No. : _ CJP-WR-083-159-MT001-19-057

TW#H Number of pages :

45 HI Report Date -

#L#EN Approved by :

Bl b: RIS A R AR
CONTRACTOR: SHENZHEN CHENGJINPENG INDUSTRIAL CO.,.LTD

it bE: IR L X A S KE 2076 SERKEAE C3
ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
H, iE Tel:  0755-86274981/26440278

URL: http://www.cipsz.com E-mail:cjpsz126@126.com
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MAGNETIC PARTICLE INSPECTION REPORT

W H B :931F & AR e HE wRERT:
Project Name :931 Platform Cold Cylinder Inspection Report Date: 2019.8.1 Report No. :CJP-WR-083-159-MT001-19-057
TR b S PATIR & 2ithes ®’HA
e L i ’ ASME B31. 3 ZCH-A2202 e > 45N
Testing Position P |Executive Standard Instrument Type Lifting Power
g (=4 EHEEH & TR ok
& . B 100% - — st CJP-CF-19 S MT-BW
Testing Rate Acceptance Grade Instrument No. Magnetic Particle
a4%s R WS AR ZE5
RS — RIETRE _ Smooth SR AC-Yoke B FA-5
Drawing No. Surface Condition Yoke Type Contrast Agent
THH# R REGERR WAL 7% AL s 1] N
) g ) 4130 o A1(30/100) o Successive o . [73s
Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
THHRS BILE BOY | #bERS e gupisy TR REEKE BiEmE | BREERERD L =
Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L( mm ) Defect No. DNS Judge
145 = shEE - — = B — - Ace
2HAET — YR — - - - — - Acc
END
HVE  AMEEIRE (HTS——Heat Treatment State) KB4 (LOF--Lack of Fusion) *458i% ( LOP--Lack of Penetration) }elfﬁv:(‘S“I;*S'la luswn)
Notes: SR M KK/ (DNS—Defect Nature and Size) L (C——Crack) SFL(P-—Porosity) -&#% (Acc——Acceptance) A&k ( RerReJectm i . P
#4651 (Inspector) AR MBS (Tech. Supervisor) > }‘;ﬁ%{—ﬁ*}l}\ (Authorlzed Slgnee) ’
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SKETCH OF DETECTION POSITION
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Report ;To: CJP-WR-083-159-MT001-19-057
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Remark

I S/ o U A oL B 8
Report without the specified inspection stamp of CJP company is invalid.

2. MELBEARBEFAA. BEAREE. BERAFAZFE.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. AREHALK.

Report with alteration will be invalid.

4. A EQSEHET AL T
Report is only responsible for the inspective pieces.

5. RN R FBAEEHIERE
Report should not be copied without the agreement of CIP company.

6. ZFEAMMNBWEREFRI BT THLHARE.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. FHE-R=4: XAFEFEE—6 FPFG.

Report is in triplicity, original stored in CJP company, two copies for client.

8. RNz CMA EFRIMRE, NEZMLLEIEHIERPEEMER.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng industrial Co.,LTD
Hudk: BRI LX BRI AIE 2076 SHREAEANE €3
Address: Room C3, 6/F Gaoke Building, No0.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
i1 /TEL: 0755-86274981/26440278
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