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Project Name:Crude 0Oil Delivery Pump Procurement for In-service Facility . I "
Renovation Project of Xijiang Oilfield Group Report Date:2019.02. 19 Report No. CJP-WR-051-338-RT001-19-004
H b A3 T 6 75 ] HEHIR {109 FE T AR 5 B0 SR e
Test Position CJP Workshop Source . Film Density ’ ’ Developing Temperaturd °
EEE £ AR i X—E B E 5 CEAETE ==
Drawing No. Focus Size X-Tube Voltage Developing Time S
AT HRHE W7 X-E L GRERD E SR E
- 5
Executive Standard REME Bilet Intensifying Screen Pb (0. 1X2)um X-Tube Current (Activity) TTeE Fixing Temperature AR
TAF#)FE  Material A234/A105 fEE SFD 140mm R IQ1 ASTM 1B EFIFE] Fixing Time | 15min
; SEIE T
K ELf Testing Rate 50% B2 Film Type AGFA-C7 B#S5EHSa] Exposure Time Imin ’ ERIriE ) SWST
Exposure Technique
. Lt BIE o | BETE i H15/BE i B Jud BB A G
e TS mags | FLS | s | TEVE | jgen | HEAE Bt PR Jdge | BBKK S
No. Workpiece No. | Weld No. Film No. i €| W.L(m) Defect Condition (mm) Zi EEES Repair Repair Report No.
No. Process (mm) Grade Result Times
1 IW0/18/05/A151 W1 HO20 0-1 GTAW 107 273.1X15.09 - e Acce —= =
2 IW0/18/05/A151 W1 HO20 1-2 GTAW 107 273.1x15.09 - - Acc =
3 IW0/18/05/A151 w1 HO20 2-3 GTAW 107 273.1X15.09 == — Acc = ==
4 IW0/18/05/A151 W1 HO20 3-4 GTAW 107 273.1X15. 09 = = Acc == =
5 IW0/18/05/A151 W1 HO20 4-5 GTAW 107 273. 1% 15. 09 Pd1X1 — Acc e
6 IW0/18/05/A151 W1 HO20 5-6 GTAW 107 273.1X 15,09 e . Acc - —
7 IW0/18/05/A151 W1 HO20 6-7 GTAW 107 273. 1X15. 09 = = Acc — =
8 1W0/18/05/A151 W1 HO20 7-0 GTAW 107 273, 1X15.09 == —= Acc - .
8 IW0/18/05/A151 W2 HO20 0-1 GTAW 107 273.1X15.09 == i Acc s -
10 IW0/18/05/A151 w2 HO20 1-2 GTAW 107 273.1%15.09 == e Ao |
11 IW0/18/05/A151 W2 HO20 2-3 GTAW 107 273.1x15.09 —— Acc _‘;.-‘f‘

7¥ (Notes) : #KIF& (LOF-Lack of Fusion)

3% (LOP-Lack of Penetration)

HBEBMIBE (RC-Root Concavity)

%341 (UC-Undercut)

B (C-Crack)

5§l (P-Porosity)

T LG (N.S. D-No Recordable Defect)

Jeit (.1 -Slag Ifcl

¥238 Bt (Inspector)

HA R (Tech. Supervisor)

%% Signature
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Project Name:Crude 0il Delivery Pump Procurement for In-service Facility
Renovation Project of Xijiang Oilfield Group
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Report Date:2019.02. 19

RS

Report No.

CJP-WR-051-338-RT001-19-004

_ Y =] = - =y =) ML Judge BAZ L -
pe | Tes | mas | RIS guge | BETE ) gy | AR It T TR ey R
No. Workpiece No. Weld No. Film No. E 1 WL (o) Defect Condition (mm) ! = e Repair Report No
No. Process (mm) Grade Result Times =
12 IW0/18/05/A151 w2 HO20 3-4 GTAW 107 273.1X15.09 = —= Acc e =
13 IW0/18/05/A151 w2 HO20 4-5 GTAW 107 273.1X15.09 = o Ace e —=
14 IW0/18/05/A151 w2 HO20 5-6 GTAW 107 273.1X15.09 = = Acc s e |
15 IW0/18/05/A151 w2 HO20 6-7 GTAW 107 273.1X15.09 i - Ace e
16 1W0/18/05/A151 w2 HO20 7-0 GTAW 107 273.1X15.09 s s Ace e =

END

7E (Notes) : FKI54 (LOF-Lack of Fusion)

#185% (LOP-Lack of Penetration)

¢ 181 (UC-Undercut)

FREBMIEE  (RC-Root Concavity)

R (C-Crack)

SFL(P-Porosity)
Tid s EfE (N.S.D-No Recordable Defect)

J(S. 1 -Slag E%glhﬁ;o
£ (Acc—Acceptanee).

F2 38 51 (Inspector)

A& (Tech. Supervisor)

%7 Signature
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HH#H Date
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Remark

(B (&= o UL F Ay ol R = v 5 8
Report without the specified inspection stamp of CJP company is invalid.

2. RELBRIEARBGEF A, BARKE. HERAFTAZEFTH.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. AIREFRBTR.

Report with alteration will be invalid.

4. FRE DA fh 2R AL 5T
Report is only responsible for the inspective pieces.

5. REMP LA FRBEABEHERE.

Report should not be copied without the agreement of CIP company.

6. RFLAMMEMEREFRW, BT THHNED.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ARE-X=M AARFEE 0, BFFEA.

Report is in triplicity, original stored in CJP company, two copies for client.

8. RiNm CMA ZRIRTM Y, RNEE ML IR fL 5.
The data and result of the inspection report that unsealed can not be proved to
society.

AL YIRS LA IR A

Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD

Hohb: BRI L A 7 KiE 2076 SHALKE 6 2 €3

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.

B3 /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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