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NONDESTRUCTIVE TESTING REPORT

TFE#AFR Project Name: %1% POCA A~ BHLIEEFE

Repair POC 4 Crane Gearboxes
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T E%m'5 Project No. : __CJP-WR-051-330-18-071
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MAGNETIC PARTICLE INSPECTION REPORT

TE 48R 4EIEPOCA BHLIEE 7S et 5 R RS
Project Name:Repair POC 4 Crane Gearboxes Report Date: 2018.11. 05 Report No. :CJP-WR-051-330-MT002-18-071
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Testing Position Executive Standard Instrument Type 1 Lifting Power
AL A5 18845 B
B 100% i [ % | CJP-CF-19 § : _ MT-BW
Testing Rate Acceptance Grade Instrument No. | Magnetic Parmclg
vid R B R | REH
Ais o _ Smooth s AC-Yoke H FA-5
Drawing No. Surface Condition Yoke Type ! Contrast Agent
T At R R A 7 i WAk ] |
R cs = Al (30/100) i Successive o ' 1~3s
Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
RS e BITE ROS | SR O PR R BREGSRE | SREEMER RO PR
Workpiece No. Welder No Weld No. HTS Groove Form Welding Process W.L(C mm ) Defect No.! DNS Judge
HX30-00-1% - - -~ 2 = o o . [ 1% Acc
HX30-00-2# == = ~= = == == — | 5, 5= [ 4% Acc
HX29-00-3# == == == - - - B ﬁ"_ i A __ng,éfgw,
HX63-00-4# - - —- - —- -~ - | —- 14 Acc

END

HIE LIRS (HTS—-Heat Treatment State)
Notes: HiBfath Fi B K/ (DNS—Defect Nature and Size)

A4 E (LOF——Lack of Fusion)
ey (C-——Crack)

S 4L (P—Porosity)

FM8i% ( LOP-—Lack of Penetr
rH (Acc——Acceptance)

4 57 (Inspector)

AR K P (Tech. Supervisor)

S92 Signature
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HH#§ Date
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REH T
Report No: CIP-WR-051-330-MT002-18-071

Form No: CJP/WR.03 Rev:E/) Fi1m k1| PageNo: 1/1




x IIF‘F'J‘”] ’fr}iﬁﬁﬂﬂgﬁ‘kﬁﬁﬁﬁ‘ﬂ
CJP TEN (

"HENC( NG INDUSTRIAL CO., D

&L
Remark
1 Rk Fomer i s i ar il L FH & T6 3L
Report without the specified inspection stamp of CJP company is invalid.
2. MELBRIEARBGER AN, BAKE . BANTAZFZEN.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. AREIRBIAL.
Report with alteration will be invalid.
4. AR U A i S A R AL 75T
Report is only responsible for the inspective pieces.
5. REMM LR EARERAME.
Report should not be copied without the agreement of CJP company.
6. ZICHAEME REH R, W T HRHNEH.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. ARE =0 KAFGFH 0, BSOS
Report is in triplicity, original stored in CJP company, two copies for client.
8. RNz CMA TR IR S, AL & a4k £ E WA 7 F B B fn 45
The data and result of the inspection report that unsealed can not be proved to
society.
i A YT AR IS SE LA PR A ]
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
sk BRI R X RIS KIE 2076 SEELRE 6 2 3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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