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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD 

~~~1YJ~1~15 
MAGNETIC PARTICLE INSPECTION REPORT 

:tR'frBM 
Project Name: Land Prefabrication ofTerestle Crude Oil Pipeline Reconstruction on LFI3-2 Platform Report Date: 2019. 01. 11 Report N~ :CJP- WR- 051- 337- MT001 - 19- 001 

1& i9W !i!t8 
QPOC ~fi~m ~-~~ ASME B31. 3 

Executive Standard Instrument Type 
ZCM- AD220 12 I t~:TI- j] ~45N 

I Lifting Power Testing Pos ition 
~--~--------~------------~--------------~------------~-------------r-------------------+-------------~----- -- ---

1& jJiW !.:~ 17tl 
100% 

Testing Rate 

rn~~ 
--

Drawing No. 

I1HJJ9l 
A106B 

Workpi ece Material 

I14·~ WI~ 

Workpiece No. Welder No. 

IW0- 18- 12- A386 H001 

IW0- 18- 12- A386 HY007 

IW0- 18- 12- A386 HY007 

IW0- 18- 12- A386 HY007 

IW0- 18- 12- A386 HY007 

IW0- 18- 12- A386 HY007 

IW0- 18- 12- A386 HY007 

IW0- 18- 12- A386 HY007 

IW0- 18- 12- A386 H001 

IW0- 18- 12- A386 H001 

IW0- 18- 12- A386 H001 

IW0- 18- 12- A386 HOOl 

IW0- 18- 12-A386 H001 

~~-m ~--~ 
Acceptance Grade 

Smooth 
Surface Condition 

A1 30/ 100 
Sensitiv ity block 

Weld No. HTS Groove Form 

Instrument No. 

&.Hm~~ 

Yoke Type 

Magnetizing Method 

CJP- CF- 20 MT- B\V 
Magnetic Parti cle 

AC- Yoke 
I &~ffU 

FA- 5 
i Contrast Agent 

Successive 

Ace 

Ace 

Ace 

12 -- V GTAW -- -- : /__'>f_.'!ff}:~~f-l _:t:.,·,ft. ·~·',"'\,. Acc 

- -·-

13 __ V GTAW _[ f-l-t-:;. "&*~f· ,-_.Jj!) ,,~~~- - - -

~it: 1:!~5ll:r£:tf(~ (HTS--Heat Treatment State) ~m~ (LOF--Lack of Fusion) ~W~ ( LOP--Lack of Penetra 
1§f-f;;., ~ ar~} 1.c u sio~) 

Notes: \Ji!C[lfH1:J9L&.:A'J' CDNS--Defect Nature and Size) ~tt (C--Crack) "'tiL (P--Porosl ty) ~~(Ace--Acceptan ce) ~~ t Ion}--..:: 

;!'@:!]&Jn (Inspector) 

~¥ Signature 

BAA Date 
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~ ~ ifft 1~u 1li i5 c ~~*) 
MAGNETIC PARTICLE INSPECTION REPORT 

1~'5 B~JJ 

Project Name: Land Prefabrication ofTcrestle Crude Oil Pipeline Reconstruction on LFI3-2 Platform Report Date:2019. 01. 11 

I14~% :J:!l[I% :J:!l[ D-1% 1P.d1t llll ;jj( ;;§ :iBlD%~ :J:!j[*:1J~ 
! 

:J:!j[gji -[f~ 

Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process IV. L( mm ) 

IW0-18- 12- A386 H001 14 -- v GTAW --

IW0- 18- 12- A386 H001 15 - - v GTAW --

IW0- 18- 12- A386 HY007 16 - - v GTAW --

IW0- 18- 12- A386 HY007 17 -- v GTAW --

IW0-18- 12- A386 HY007 18 -- v GTAW --

IW0-18- 12- A386 H001 19 - - v GTAW --

IW0- 18- 12- A386 HOOl 20 -- v GTAW --

IW0- 18- 12-A386 H001 21 -- v GTAW --

IW0- 18- 12- A386 I HY007 22 -- v GTAW --

IW0- 18-12- A386 HY007 23 -- v GTAW --

IW0- 18- 12- A386 HY007 24 - - v GTAW --

IW0- 18- 12- A386 HY007 25 -- v GTAW --

IW0- 18- 12- A386 H001 26 -- v GTAW --

IW0- 18- 12- A386 H001 27 -- v GTAW --
I 

IW0- 18- 12- A386 H001 28 I -- v GTAW --

IW0- 18- 12- A386 I H001 29 -- v GTAW --

IW0- 18- 12- A386 H001 30 -- v GTAW --

IW0-18- 12- A386 H001 31 -- v GTAW --

IW0- 18- 12- A386 H001 32 -- v GTAW --

IW0- 18- 12- A386 HY007 33 -- v GTAW --

IW0- 18-12-A386 HY007 34 -- v GTAW --

~¥.±: :J:!~ :ll1lllltR;t; (HTS--Heat Treatment State) [ ~:tNtt\LUr -Lack of FUSlOn 71':PFJ2I\ LUP~ 

Inclusion) 

1~~-~% 

Report No. : CJP- WR- 051 - 337- MT001- 19- 001 

I M~M,Ilij% l M~Mim'l & :*:1J' t-fJE:~;J![I, 

[Defect 
I 

No. I DNS Judge 
I -- - ---- -- - ~ -

-- I - - Ace I 
~~- ~~~ -----

- - i -- i Ace 
-- - ----

- - I - -
i 

Ace 
- - - -

I -- : -- Ace 
- ---- --

I -- -- Ace 
-- - - - - - -

-- -- I Ace 
---- --

-- -- Ace 
- --

- - I -- I Ace 
- - - -

- - I - - Ace 
--- - ---

-- - - Ace 
-- ----- - -

I 
- - - - Ace 
- - ! --

---- -

Ace 
-- --- - --

- - I - - Ace 
- -- - --- -

-- ! -- Ace 
- ~ -~ 

I -- I - - I Ace 
---- -

i -- I - - Ace 
--- - --

i - - -- Ace 
~---- ---

I - - I - - Ace 
- -~ -

- - - - ~~ Ace 
;- ,. M' r.'~ --

- - !#' , ' ' •iP,lj ,~.,. ~ 

-- £~. ~' ~1 -i~#-~-:::~ --
- - I -~~-~},~ i' ~ , ~ .,. --<: A~"= 

n. :..1~~.. 1~ ;::- l Notes :M~flt'im'\&:*: 11' CONS--Defect Nature and Size) ~ ~~ (1.- - l.rf!r.k ) 4 =FI. (P- - Poros it r) 

Laok of Peootrat ""' /c~s~ ::1:~'0-f(c \ -
A #I. (Arr.--Arrf'otf!nr.f') :;;JZA~('R:~'i= Rf' ;, .,_ ~ 

~~lQ(Inspector) it~~~(Tech. Supervisor) I ~¥W"~~f.M:~-1~~ef.. M~~)j -
~* Sign ()rA. &t'll~ fAt.t,_ frA.J1 M..-uv ~ A Tfl. u. ;.:.!. " I ,"L •· + r 

\. . -:~ Jt'• 

BAA Date Jo11.of.(/ ~~~- o/. -~ ~·~ ,: f) r ._, :>i:;+" -'"'c;-~ I 
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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD 
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~ ;ffi ifi ~~u t~ "e c ~!t * ) 
MAGNETIC PARTICLE INSPECTION REPORT 

1~1§' EUJJ 
p . N roJect arn e :Land Prefabrication of Terestle Crude Oil Pipeline Reconstruction on LFI 3-2 Platfonn R D eport ate : 2019 01 . 11 

Iftf~-'% :J:ljl.I-\3- :J:ljl. D -'% ;J;M.C :E! :!* ;;§ :f1r D%:i:t :J:ljl.~::tJY* :J:ljl.~K)}t 

Wor kpiece No. Welder No. Weld No. HTS Groove Form Wel ding Process IV. L( mm ) 

IW0- 18- 12- A386 HY007 35 -- v GTAW - -

IW0- 18- 12- A386 HY007 36 -- v GTAIV - -

IW0- 18- 12- A386 HY007 37 -- v GTAW - -

IW0- 18- 12- A386 H001 38 - - v GTAIV - -

IW0- 18-12- A386 H001 39 GTAW - -

IW0- 18- 12- A386 H001 40 - - v GTAW 

IW0-18-12-A386 H001 41 - - v GTAW --

IW0- 18-12-A386 H001 42 - - v GTAW - -

IW0- 18- 12- A386 H001 43 v GTA\V - -

IW0- 18- 12- A386 H001 44 - - v GTA\V - -

END 

eport No. : CJP- IVR- 051- 337-MT001- 19- 001 

I fftJt~t~-'% i fftJt~tt':l:mUz:X'J' iSJZJE :~: m 

!Defect No. i DNS Judge 
---

i Ace 
- . - . -

- - I Ace 
-- -- - ---- -

-- i -- Ace 
- -- -

-- -- Ace 
- - -

-- -- Ace 
--- - -

Ace 
- -

- - -- Ace 
- -- -

--
I 

-- Ace 
--. 

-- i -- Ace 
-- : --

- - -

Ace 
----- -

i 
--

: ---

! I 

I 
----

-----

I ! --- -

--
I 

- -
! ------ -

I I fr;:-~.'~ tk-, 
; /-.Ji.,_'<~\·~~i\·~~~ _;;:~\-

--/~""~: ,,; l 
~¥± : ~:llt:E!~;;§ (HTS--Heat Treatment St ate) 

~LacK"OI-FUSion . 7RPFJZi ( LOP--Lack of Penetration · ~~ . x::-:,-:-. 
Inclusion) 

l=f::FUP--Pnrn<:i t v) .g.;j;;?,(Arr--Arrpnt,n r o) :;;f:.f lJi~ i-R iPr.t , ) <!.:!_:~ h Notes:fftR ~fiti:JJJi&:X'J' (DNS--Defect Nature and Size) lw.* f r --r r ,.,· i< \ 

-t@:~~ff! (I nspector) H#llii 'fg ~ r, Sup r) ,'If; ::!f '"' .. .:i\ 1/f.'\ ~-' ""'d :~J~ ~1 g'),le) "ll: Vl-".1. ''-'-' ~~- ~,or · __ _ · _ 
~¥Si gn (jiA ~fl'') utA. (A. -r~J. ~t.-:%-bV !jl', }(.A ,~ ) r:f. 1;,;.r/ 
B ;ltJ) Date 101~ ~ 1. r 1 >).o ,~ o I I I ...<:: .J~.:~o ".J~ --·········-

. .-""'" ~ "fiT · 1 
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SKETCH OF DETECTION POSITION 
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3 

5 6 
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f& i5 [)11 00 
SKETCH OF DETECTION POSITION 

Report No: CJP-WR-051-337-MTOOI-19-00 I 

19 

21 

23 24 
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SKETCH OF DETECTION POSITION 

Report No: CJP-WR-05 1-337-MTOOl -1 9-001 

25 

27 28 

29 30 
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r&~~u 1~ 15 ~11 oo 
SKETCH OF DETECTION POSITION 

31 

33 

35 36 
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SKETCH OF DETECTION POSITION 
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~~~ut~ 15 ~11 rn 
SKETCH OF DETECTION POSITION 

43 44 

Form No: CJP/WR.03 Rev:E/0 Page No: 8/ 8 



rf1 iA i* JJJJ~ ~ ~ :11 fR /~ 61 
HEN CHENGJINPENG INDUSTRIAL CO. LTD 

Remark 

Report without the specified inspection stamp of CJP company is invalid. 

Report without the signatures of operator of film judge, tech. supervisor and 

tech. principal is invalid . 

Report with alteration will be invalid. 

Report is only responsible for the inspective pieces. 

Report should not be copied without the agreement of CJP company. 

Client should inform CJP company within 15 days if there're any question about 

the inspective result. 

Report is in triplicity, original stored in CJP company, two copies for client. 

The data and result of the inspection report that unsealed can not be proved to 

society. 

Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD 

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD, 

Nanshan District, Shenzhen. 

~i!/TEL:0755-86274981/26440278 

URL: http:/ /www.cjpsz.com E-mail:cjpsz126@126.com 
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