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NONDESTRUCTIVE TESTING REPORT

TFEZFX Project Name: WHPA APIE ¥ 4 45

Maintenance of WHPA Amplifier Drum

ZALHANL Commission Unit :_ FRATPEEETE GRID HRAH

el Client Address: %X HB S S HAEX il — 8 1 2

T# %5 Project No. : CIP-WR-051-358-19-048
Kl /7= Inspection Method : MT

#5495 Report No. : CJP-WR——051-358-MT001-19-048

T1#% Number of pages :

#HH HH# Report Date :

fit7#E N\ Approved by :

R RN TR IS S A BR A ]

CONTRACTOR: SHENZHEN CHENGIINPENG INDUSTRIAL CO.,LTD

#o dke BINTTRELX A A KE 2076 S EEKE 6FC3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
B i Tel: 0755-86274981/26440278

URL: http://www.cipsz.com E-mail:cjpsz126@]126.com
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MAGNETIC PARTICLE INSPECTION REPORT

T H 45 %5 : WHPAZE W 7% Ry 445 s H WG %S
Project Name:Maintenance of WHPA Amplifier Drum Report Date: 2019. 07. 08 Report No. :CJP-WR-051-358-MT001 ~19-048
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Report without the specified inspection stamp of CIP company is invalid.

2. MELBRIEARSEFAN. BEREE. BARAFTAZEFLHR.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. FREWRBETLR.

Report with alteration will be invalid.
4. R TR S AL A BT .
Report is only responsible for the inspective pieces.

5. RERMPNFEABEHARMRE.

Report should not be copied without the agreement of CIP company.

6. ZIERARAMEREFT AW, FHTTHLAARE.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ZRE—RE0 KARNER 0, BFES.

Report is in triplicity, original stored in CIP company, two copies for client.

8. ARIN#E CMA EHENME, FRZRLSHEIEPERNBEMER.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Huhk: FRYITIRILX A R KIE 2076 SRFAE 6 )2 €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
EH 1% /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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