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NONDESTRUCTIVE TESTING REPORT

T4 Project Name: #E{EVPHILIH A BHLEIE 554

Xijiang Oilfield Crane Slewing Gearbox Maintenance
RFCHAL Commission Unit : F A FEEETE GRID HIRAH
ZFEHAI L Client Address: ERZXMKEHES AR AL —# 1 2

TF4%5 Project No. : CJP-WR-051-316-18-042
KLl 77 Inspection Method MT
HEYRS Report No. : CIP-WR-051-316-MT001-18-042

% Number of pages :

£ Taa GNAH 3 e
& HMH Report Date : fé\\ﬁﬁﬁ 8136’5@1}-
_é?&.‘-’,‘r‘ v et

o NG IS

e

#L#E A Approved by : i > $ s
*’/ £ fi7 23
\ iy o
\"*uu-n:'-""

M AL HOINTRAR S H R A 7

CONTRACTOR: SHENZHEN CHENGJINPENG INDUSTRIAL CO.,.LTD

e hb: RIITELIX A S KE 2076 SEELKE 6FC3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
M 1% Tel: 0755-86274981/26440278
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MAGNETIC PARTICLE INSPECTION REPORT
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Report without the specified inspection stamp of CIP company is invalid.
2. MELBRIEANRTUTA A, EAREE. BRATAZFER.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. ARIMEBREILR.
Report with alteration will be invalid.
4. AR U R 5 A AL 4 5
Report is only responsible for the inspective pieces.
5. RERWHENFEABEHAME
Report should not be copied without the agreement of CJP company.
6. ZFLRMMKBALERERRWN, FTF+RHARB.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. ARE—REM: FARFRE—0, BPFG.
Report is in triplicity, original stored in CIP company, two copies for client.
8. RN CMA ERIRIIMR S, NEE SRR NEIEME R,
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Huht: FRYITIRS X A K 2076 SHEIAE 6 2 €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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