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Project Name:Crane and Cruise Crack Repair Project on PY42B Platform

wEAM

Report Date:

L
Report No.

2019. 02. 27

lll

:CJP-WR-051-339-MT001-19-007

AT PAThRifE 2R Ty
R PY42BF & AWS DI. 1 4 Z0M-AD22012 15)
Testing Position Executlve Standaxd Instrument Type Lifting Powel
o .& v =) o
K L B e - x5 5 Gt e .
Testing Rate ' Acceptance Grade _lnsn'umenr No. Magnetic Particle
S RiRE 3 RS T 5 3% 7l
s Smooth AC-Yoke JA
Drawing No. “Surface Condition Yoke Type Contrast Agent
TA# R PRI BT HEA LI 1)
f .,ﬁ Q345E A1(30/100) J 1 Successive j_ ‘
Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
T %% BITS L R/ROs REEERE WOk BEETT& REEK B G 5 BRI & P
Workpiece No. | Welder No. | Weld No. HTS ‘ Groc_)_ve Form Welding Process W.L( mm ) Defect No. DNS Judge
“m T-.ﬂgj(fgg _ - | -— - — SMAW A ;
END. ‘
L i
1
|
|
i
F
3 : AL IR A (HTS--Heat Treatment State) A4B 4 (LOF--Lack of Fusion) AK#§i&( LOP--Lack of Ponen&uwp) ’
Notes: @B i J K/ (DNS--Defect Nature and Size) L (C—Crack) “{fL(P-—Porosity) &k (Acc— Acceptancm)“ F{‘}’ g
G s A &%ﬁ(ln;pgcmr) ARk (Tech. Supervisor) ‘
®F Signature L\ ’[M \/wew
FI Date 2019, 02, 17 ee o]
i i

Form No. :CJP/WR.MTO1 Rev:E/0

ERW o1 i



I"*\I R Rk kAR

SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

fr I8 R & W A

SKETCH OF DETECTION POSITION
WG

Report: CJP-WR-051-339-MT001-19-005

o) PR TR

Form No: CJP/WR.03 Rev:E/0 Fi1oww 1w PageNo: 1/1




—~_ X Y T kB MW E LA RN 3
IRk ] i cece i

N
SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

&t
Remark

1. R ToAG U B A A & F & TR R
Report without the specified inspection stamp of CJP company is invalid.

2. MELBIEARBF AN, BREE . HARTABZEFLH.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. AREBRBER.

Report with alteration will be invalid.
4. AR E DA™ i A AL 51 5%
Report is only responsible for the inspective pieces.

5. RERW HLALFRBEAEE R AR .

Report should not be copied without the agreement of CJP company.

6. RITLRMMKRMEREFRU, BT THHNRE.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ARE-A=M AARFEM—0, BFFEG
Report is in triplicity, original stored in CJP company, two copies for client.

8. RN CMA EHRMRE, ARZMMESEEHIERNBEMER.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Hohik: BRYITIRE L X A R KE 2076 SEFIKE 6 2 3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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