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NONDESTRUCTIVE TESTING REPORT
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Expansion Joint Maintenance on NH2, After The Pressure Test

ZRFLAL Commission Unit : YR R B2V A R H

ZAE AL EE Client Address:  ZE M T 28 BH X ¥ 7K AL A% A

TF% %5 Project No. : CJP-WR-083-146-18-083
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CONTRACTOR: SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

o dbe WYIATEELIX T 5 KIE 2076 SRR E 6FC3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
ML il Tel: 0755-86274981/26440278

URL: http://www.cipsz.com E-mail:cjpsz126@]126.com

Form No:CJP/WR.01 Rev:E/0
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MAGNETIC PARTICLE INSPECTION REPORT
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Project Name:Expansion Joint Maintenance on NH2, After The Pressure Test Report Date: 2018. 12. 13 Report No. :CJP-WR-083-146-MT001-18-083
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Testing Position Executive Standard Instrument Type Lifting Power
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Testing Rate Acceptance Grade Instrument No. Magnetic Particle
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Drawing No. = Surface Condition Smopt Yoke Type HERee Contrast Agent A

TR X80/4130 iﬁﬂllﬁﬁﬁﬁ% A1(30/100) m%jﬁf Successive el I.Ej ) ) 173s

Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time

T4 5 BTS BOS | REEIIRES ok JREETTIE IREEK Bbagms | SRR RN TE =N
Workpiece No. Welder No. Weld No. © HTS Groove Form Welding Process W.L( mm ) Defect No. DNS Judge

w1 — — = - GTAW/SMAW = = - Acc
w2 — — — — GTAW/SMAW — — — Acc
W3 — = — = GTAW/SMAW —— . — Acc
W4 — = — . GTAW/SMAW . — — Acc
W5 — — — — GTAW/SMAW . — — Acc
END

BovE P FIRAS (HTS—-Heat Treatment State)
Notes: #R[EME R & A/N (DNS—Defect Nature and Size)

A454 (LOF-—Lack of Fusion)
4 (C—Crack)

K 4L (P—Porosity)

AR IBi%E ( LOP—Lack of Penet
i (Acc——Acceptanc

56 5t (Inspector)

HAR W (Tech. Supervisor)

%% Signature
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HHH Date

201812,
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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD
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SKETCH OF DETECTION POSITION
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Report Nj: CJP-WR-083-146-18-MT001-083

Form No: CJP/WR.03 Rev:E/0 F1m 1w PageNo: 1 / 1




e X Y| Wik 4 M A RN 3
’IA' IEN CHENGJINPENG INDUSTRIAL CO.,LTD

X

&t
Remark
1 & TR B bRl & F 2k .
Report without the specified inspection stamp of CIP company is invalid.
2. WMELBREARBITH AN BRBE. BRAFAZEFLEH.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. FIREBRBLH.
Report with alteration will be invalid.
4. ARG DO BAG ™ i SRR AL 51 5T
Report is only responsible for the inspective pieces.
5. RERN HALF BB EHI AR
Report should not be copied without the agreement of CJP company.
6. RILHNMNBNLERERRW, FTFTHHEARE,
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. BRE—RZ0 KARERE—0, BOFG
Report is in triplicity, original stored in CIP company, two copies for client.
8. RINzE CMA FERIRK IR, AE & &I/ R LS 5.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Hohb: HRYITR LXK A KIE 2076 SHEEAE 6 2 €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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