4l

I R T EHBE BT ERR

o 2l =)

NONDESTRUCTIVE TESTING REPORT

TFE4FR Project Name: PY4-2A B EE L FE

High Pressure Manifold Replacement on PY4-2A Platform
ZFeHAL Commission Unit :  JEYITidgRE VAR A A
ZAEH AL HE Client Address: 28 M| T K WP A 4k A3 RO

BM i A A
TH#%5 Project No. : CJP-WR-094-026-19-002
R 777% Inspection Method : RT
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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD
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RADIOGRAPHIC INSPECTION REPORT

s H &
Project Name:High Pressure Manifold Replacement on PY4-2A Platform Report Date:2019.01. 22 Report No. CJP-WR-094-026-RT001-19-002
FE I 1 A, U R JeFr B N TR ]
Test Position s Source Xt Befl Film Density £ail 10 Developing Temperaturd 20C
@_5 HEARS X% s AL
s - R 2X2 ok 280Ky TSR 5min
Drawing No. Focus Size X-Tube Voltage Developing Time
PATFR1HE T XE W CRE) FEREE
Executive Standard ASME B31. 3 Intensifying Screen Pb(0. 1X2)mm X-Tube Current (Activity) omA Fixing Temperature A0C
THHMFE  Material 35CrMo £2Ff SFD 500mm B FRIF1Q1 ASTM 1B SEFAFA] Fixing Time | 15min
A . N \ oo i . . 1% W8 7 vk
K tbfl Testing Rate 100% Jii Fr 2tk Film Type AGFA-C7 MELHTE Exposure Time 2.5min ) DWDI
Exposure Technique
i JETE JE v . % ) s L Judge BRI REL .
e | oTwn | oman | FLT | mpge | VIR g |IUEER Bt s i e B
No. Workpiece No. | Weld No. Film No. €| W.L(mm) Defect Condition (mm) ! - D Repair Report No.
No. Process (mm) Grade Result Times
1 PY4-2A w104 — GTAW 89 89X 15 — = Acc . -
2 PY4-2A w104 — GTAW 89 89X 15 - — Acc — -
3 PY4-2A w104 — GTAW 89 89X 15 e - Acc — -
END
7# (Notes) : A45& (LOF-Lack of Fusion) FREBMIFE (RC-Root Concavity)

AJEi%E (LOP-Lack of Penetration)

Kz 34 (UC-Undercut)

4 (C-Crack)

SFL (P-Porosity)

Toid FEFE (N.S.D-No Recordable Defect)

A’f% (Acc Acc%pt’ahc;e)

»’gﬁ%*&:@éngej ection)

K5 52 (Inspector)

HAYEE (Tech. Supervisor)

Kﬁﬂkﬂuthérlzed Slgnse)
%% Signature L:l le {MW / tM WZW e"
HH#A Date 2,0](1,0'-21- M\ﬂ 0\ ]/b‘/ Q"‘”]p‘f ] YV
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Remark
1. Rl ToAs il B Al & F 2 T3
Report without the specified inspection stamp of CIP company is invalid.
2. MELBEANRBIFH A, BHAKE . HERAMFAEFZTH.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. FImERBLR.
Report with alteration will be invalid.
4. AR DU AAG T i SR AL 1 5%
Report is only responsible for the inspective pieces.
5. RERN AL R BB EH AL .
Report should not be copied without the agreement of CIP company.
6. RIFLPMXHEMERER RN, EFHHHEARH.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. ARE—A=M AARFERE 0, BB
Report is in triplicity, original stored in CIP company, two copies for client.
8. RINzEE CMA MM L, AREMHSEIERERMEENSR.
The data and result of the inspection report that unsealed can not be proved to
society.
LI B FRYIT WA G Sk A PR A 7]
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
stk RYNTTRE XA R RE 2076 SHEKE 6 2 €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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