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NONDESTRUCTIVE TESTING REPORT

TFELFR Project Name: R HHISFPIAGL

Inspection of Shaft Components of Cable Wheel Set

FFL AL Commission Unit : HEER (KE) TERBREARRESERAF
BFG AL Client Address: R TTIEEH X FE I ESE /N X 36-1-102

T#%5 Project No. : CJP-WR-166-002-19-039
¥ 773% Inspection Method : MT

%S Report No. : CJP-WR-166-002-MT005-19-039

T# Number of pages :

& B Report Date :

fit#E N Approved by :

R Az RN T AR ARG Sk A R F

CONTRACTOR: SHENZHEN CHENGIJINPENG INDUSTRIAL CO.,LTD

Hoo bk WIITE LXK A S K 2076 SRR KEASE C3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
i Tel: 0755-86274981/26440278

URL: http://www.cipsz.com E-mail:¢cipsz126@126.com
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MAGNETIC PARTICLE INSPECTION REPORT

TH a8 BR AL & HM HREmS:
Project Name :Inspection of Shaft Components of Cable Wheel Set Report Date: 2019. 06. 02 Report No. :CJP-WR-166-002-MT005-19-039
& W Hh N . PAT FRvE V& Ziths "7
BN LEFERD T . NB/T47013. 4-2015 " 70M-A2202 e =45\
Testing Position Executive Standard Instrument Type Lifting Power
& L g E R Ve YR ¥y
et 100% e I % ’ CJP-CF-23 . _ MT-BW
Testing Rate Acceptance Grade Instrument No. Magnetic Particle
iR W& HE R A RZEF
&S 51000933 HHR Smooth - AC-Yoke ' FA-5
Drawing No. Surface Condition Yoke Type Contrast Agent
T R WAL T T4k b (] N
HH R 42CrMo5+SL = A1(30/100) s Successive o 135
Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
TH&HS BITE BOS | HbERE Ok BTk JREEK T [ HREEYE R R KD E B
Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L{ mm ) Defect No. ‘DNS Judge
— — — — — — — I % Bk

RILHEM 60/60Dx314

END

BvE AL FEIR A (HTS—Heat Treatment State)
Notes:#RF&EME R K/ (DNS—Defect Nature and Size)

£ J54 (LOF—Lack of Fusion)
4 (C-~Crack)

“fL (P-—Porosity)

AA21%E ( LOP-~Lack of Penetratlon)
& #% (Acc—Acceptance)

5 51 (Inspector)

AR B (Tech. Supervisor)

%= Signature

Ge_Qong
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LD 4= ot o LK % VAR oL < B B
Report without the specified inspection stamp of CIP company is invalid.

2. MELHEEARSIEA A HEARBE. HARITTAEFLI.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. AiREHRBLR.

Report with alteration will be invalid.

4. AR E DS BT dh AT AL 51Tt
Report is only responsible for the inspective pieces.

5. RERW AR BABEHIARE .

Report should not be copied without the agreement of CJP company.

6. RILRMMNKBMERERF RN, FHTHLHARE.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ARE—A=M KAFAE 0, BPRS.

Report is in triplicity, original stored in CJP company, two copies for client.

8. AWM CMA BN S, ARERLSHEIEAENREHEMEER.
The data and result of the inspection report that unsealed can not be proved to
society.

KB fr: YIRS SR A R A7)
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Hohk: BRYITIEG X AR KIE 2076 S=FKE 6 & €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
HEL 1 /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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