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NONDESTRUCTIVE TESTING REPORT

THEAFR Project Name: ZFE A MK L

Inspection of Shaft Components of Cable Wheel Set

FHLHA. Commission Unit : FEER (R TR ARRSERAT
ZHE AL Client Address: RKEHVRIGH X FNBEEY/NX 36-1-102

T#4%S Project No. : CJP-WR-166-002-19-039

¥ 7772 Inspection Method : MT

HEHS ReportNo. :  CJP-WR-166-002-MT014=19-039

TU# Number of pages :

45 HHA Report Date :

#L#E N\ Approved by :
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CONTRACTOR: SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

oo 4k ST A B RE 2076 SRELKESNE C3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
M il Tel: 0755-86274981/26440278

URL: http://www.cijpsz.com E-mail:cipsz126@126.com

Form No:CJP/WR.01 Rev:E/0
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MAGNETIC PARTICLE INSPECTION REPORT

T H 2 REH ISR HwEH RERS:
Project Name :Inspection of Shaft Components of Cable Wheel Set Report Date: 2019. 06. 02 Report No. :CJP-WR-166-002-MT014-19-039
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Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time ?
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Remark
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Report without the specified inspection stamp of CIP company is invalid.

2. MELBEARBIEN A EARBE. FRMTANEFTH.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. FMEWELR.

Report with alteration will be invalid.

4. AARE DAL i ZAGF AL TT
Report is only responsible fdr the inspective pieces.

5. REKI AL R BAGE B AR
Report should not be copied without the agreement of CJP company.

6. ZEEMRAUEREGRW, FTTHLHARE.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. AWME—RK=0 ARFEE 0, B
Report is in triplicity, original stored in CJP company, two copies for client.

8. RINi: CMA ERRIRE, ARZFELSEIERERPEEMER.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Hohk: RIITTE X A 58 KIE 2076 S=FHKE 6 = €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
FA1/TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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