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MAGNETIC PARTICLE INSPECTION REPORT 
11i~ B 1J3 tli ~~Jij-: 

Project Name :Inspection of Shaft Components of Cable Wheel Set Report Date: 2019.06.02 Report No. :CJP- WR- 166- 002- MT021- 19- 039 

~~W±-t!!,B :f~Jitn*~fbi} :y)\,1-T;f;F(t£ NB/ T47013. 4-2015 {X~~ Jij- ZCM- A2202 tR::lt }J ?45N 
Testing Position Executive Standard Ins trument Type Lifti ng Power 

~~W l:t-fJtl ~t~~Jjtl 4-~ 1X~~% MH)} 
100% I ~x CJP-CF-23 MT - BW 

Testing Rate Acceptance Grade Instrument No. Magnet i c Part icle 

oo~-5 7&00~~ iitt~~~ &&no 
51001457 Smooth AC-Yoke FA- 5 

Drawing No. Surface Condition Yoke Type Contrast Agent 

I#MM ~-~~~ iitt~~~ iitt~~~ , 
42CrMo4 A1(30/ 100) Successive 1 3s 

Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time 

Iftt~-5 ~I% W!Jli5- 1A~Il~~ :f&:P*:rt ~~~~ ~gii*~ trJ1H5~% ffiJHfHiM&::k 1J' 1,-f~ ;~:~ 

Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W. L ( mm ) Defect No. DNS Judge 

~$t~H$W 45/ 60Dx234 -- -- -- -- -- -- -- -- I ~ ~;f~ 

END 
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-li-tl:: 1t.i~JJI[;jj(~ (HTS--Heat Treatment State) *mil- (LOF--Lack of Fusion) *W:i! ( LOP--Lack of Penetration) · ~ ~-S l ag I~ ~on _ £ )\:'\_ \i'l' ' ,. ~- . ... ~ 

Notes: ~~'Elt1.&!2k::k'J' CONS--Defect Nature and Size) ~~ (C--Crack) '4.1t (P--Porosi ty) if~ (Ace--Acceptance) /Gir~A~jec~~"~'~ ~:.;t 
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Remark 

Report without the specified inspection stamp of CJP company is invalid. 

2. *~x~~A~~W~A,~*~-'~*~~A~*x~o 

Report without the signatures of operator of film judge, tech. supervisor and 

tech. principal is invalid. 

3. *11l~~~x~Xo 

Report with alteration will be invalid. 

4. **~~~~~~~~~$~~~0 

Report is only responsible for the inspective pieces. 

5. *~~~·~~~~~~~**~0 

Report should not be copied without the agreement of CJP company. 

6. ~~·~~~~~*~~#~, ~~+EB~milio 

Client should inform CJP company within 15 days if there're any question about 

the inspective result. 

7. **~~~~~; *0~~~~~, ~p~~o 

Report is in triplicity, original stored in CJP company, two copies for client. 

s. *hoi! CMA ~I¥J~~u*~' ~~.;.rP];f±~~iiE~1'Fffli¥J~~~~*o 

The data and result of the inspection report that unsealed can not be proved to 

society. 
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