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NONDESTRUCTIVE TESTING REPORT

TFEHAFR Project Name: REHMKA 1L

Inspection of Shaft Components of Cable Wheel Set

FHLEAL Commission Unit : HEER (K TERRBRERREZERAH
ZALHAIHINE Client Address: RETHURIGH X F LB B /NX 36-1-102
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CONTRACTOR: SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

Moo odke EIIFTE LK A RS KIE 2076 SEEIKESZ C3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
B i Tel: 0755-86274981/26440278
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Project Name: Inspection of Shaft Components of Cable Wheel Set Report Date:2019. 06. 02 Report No. :CJP-WR-166-002-UT011-19-039
A 25 N , 1ThritE & Eiths U ;

e J@ﬁ_ R RE ST W 8 GB/T 4162-2008 ’ HS610e %{ﬁiﬁg . D12
Test Position Executive Standard Instrument Type Ref. Sensitivity

\\4“ I tt 1 & Z/&%l ﬁ(%%%ﬁ"g D f

R 100% ahibec Level A ’ CJP-CS-22 BRRME ®1.2+6dB
Testing Rate Acceptance Grade Instrument No. Test Sensitivity

AL FHEARE REER B Drawing:

S 51000462 s Smooth - ﬂ it ik

Drawing No. Surface Condition Sensitivity Block

MR 7 iths LA/ NG S o

Material 42Cniod Probe Type 2. 57208 Probe Angle / Index 0

YR B HORR B e Bl

Welding Process Groove Type Couplant

THRm5 RS BTS |=8;°3 REEKE BLAE | ERS %% 5 Reference Point MR | uE =g/ BSR4
Workpiece No. Weld No. |Welder No.| THK (mm) W.L (mm) |Probe Angle|Defect No.| X Y W D L |Property| Range Judge Repair Report No.
FILLAH 60/70DX349. 5 — — — - 0° - — — — — — - - Level A
END

7 (Notes) : X.Y.W.D.L: "W ( See Drawing), HKIE& ( LOF—Lack of Fusion), #HMEi% (LOF--Lack of Penetration), %4 (,C——Crack), Fi& (S';'I*'Slag' ‘Inclusion),
3L (P-—Porosity), &% (Acc—Acceptance),  AIN&#% (Rej—Rejection). )

K% 2 (Inspector) B & (Tech. Supervisor) S PN Quthorized Signee),
%F Sign: Ge Giong (a1, o2y [on} W30,
H# Date: WI9.eb.02 U’)@ﬁ, 0b. ) %03 06.67/,
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Remark

(I - o LR R A RS e o
Report without the specified inspection stamp of CJP company is invalid.

2. WMELEREARBIEF AN FERBE. ERMTAZEFELK.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. AREFWRALRL.

Report with alteration will be invalid.

4. AR DB fh AL F AL AT
Report is only responsible for the inspective pieces.

5. REWP PR BABEHARE.

Report should not be copied without the agreement of CIJP company.

6. ZFEBRMRMEREGRU BT HRLENRE.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ARE—K= AAFAEE 0, ZOWES.

Report is in triplicity, original stored in CJP company, two copies for client.

8. AN#E CMA EHAGIIR S, ARELEALEIERER REERME R .
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Mok BRIITT R LLX A 2 KE 2076 SEFIKE 6 = €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
FHi%/TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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