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Inspection of Wulong Mountain Ropeway in Zhangjiajie, Hunan Province
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CONTRACTOR: SHENZHEN CHENGIJINPENG INDUSTRIAL CO.,LTD

oo bk BIITHEELKAREEKE 2076 SEAKESE C3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076, YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
B, 1% Tel: 0755-86274981/26440278
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Project Name:Inspection of Wulong Mountain Ropeway in Zhangjiajie, Hunan Province
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ULTRASONIC TESTING REPORT
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Report Date:2019.07. 15

REHS:
Report No. :CJP-WR-166-003-19-051-UT004
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Test Position Executive Standard Instrument Type Ref. Sensitivity
ol ] BRI X I3
ﬁﬂutﬁm 100% Rl Level A i CJP-CS-17 ﬁgii&)g .. ®1. 2+6dB
Testing Rate Acceptance Grade Instrument No, Test Sensitivity
7K A ; i B Drawing:
RS 15100431 HHRES Smooth iﬁ&gﬁw{ S He iR B
Drawing No. Surface Condition Sensitivity Block
MR BLRBE WL AE/ NS A &
Material AISI 630 (17-4-PH) Probe Type -pEail Probe Angle / Index 0
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R X BORR _ a7 Tl 3eH
Welding Process Groove Type Couplant
ITHRS 12485 BITS BE 1REEK BLAE | BaRS 2% i Reference Point HHE | EE =g\ RBIRE S
Workpiece No. Weld No. |Welder No.| THK (mm) W.L (mm) |Probe Angle|Defect No.| X Y W D L |Property| Range Judge Repair Report No.
PAPAL = = 120mm — e 5= — |- —-]-1-1-1 - Level A
END

7E (Notes) : X.Y.W.D.L: WK (
S L (P--Porosity),

See Drawing),
4 #% (Acc—Acceptance),

F454& ( LOF—Lack of Fusion),
A &#% (Rej-Rejection).

FJBiE (LOF——Lack of Penetration),

YL (, C-~Crack)

¥ 36 & (Inspector) i AR BE (Tech. Supervisor) ] ' ized Signee)
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Remark

1. RETAGTBA AT EHE T
Report without the specified inspection stamp of CJP company is invalid.

2. RELBRMEARRIPAA. BARRE. BRAFTAZEFLH.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. AREBRBELK.

Report with alteration will be invalid.

4. AHEDUS B 5 AT FAL AT
Report is only responsible for the inspective pieces.

5. REMPBMFBABEHERE .

Report should not be copied without the agreement of CIP company.

6. ZILRMIMAULEREFAW, BT TRLHARK.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ARE—A=ZM: FAREE—B, FFOFG.

Report is in triplicity, original stored in CJP company, two copies for client.

8. RNz CMA ERRIME, FRERMEIERERNKNEEMER.
The data and result of the inspection report that unsealed can not be proved to
society.

B EA. FYIT R LARAR
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Hugk: HYITEE L XA RBKE 2076 SHFAKE 6 /= €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.

31 /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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