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MAGNETIC PARTICLE INSPECTION REPORT 
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Project Name: Inspection of Wulong Mountain Ropeway in Zhangjiajie, Hunan Province Report Date· 2019. 07. 15 Report No. : CJP- WR- 166- 003-19- 051-MTO 11 
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Testing Position Executive Standard Instrument Type Lifting Power 
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Testing Rate Acceptance Grade Instrument No. Magnetic Particle 
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AC-Yoke FA- 5 

Drawing No. Surface Condition Yoke Type Contrast Agent 
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30CrNiMo8 + SL 
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Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time 
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Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W. L ( mm ) Defect No. DNS Judge 
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~:ti: ;J'A~IJ!!.;jj(~ (HTS-- Heat Treatment State) *1:1it~(LOF--Lack of Fusion) *WJ!C LOP--Lack of Penetration)t.1:'~{~Jtl!~t&~lusion) 
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Remark 

Report without the specified inspection stamp of CJP company is invalid. 

2. *~x~~A~~WhA~tt*~~~tt*~~A~¥x~o 

Report without the signatures of operator of film judge, tech. supervisor and 

tech. principal is invalid. 

3. ;$:11i~~f&x~~o 

Report with alteration will be invalid. 

4. **~~M~~~£~~$m~~o 

Report is only responsible for the inspective pieces. 

5. *~~••m~-~~~~**~0 

Report should not be copied without the agreement of CJP company. 

6. ~n•mm~~~**~#~, •~+EB~milio 

Client should inform CJP company within 15 days if there're any question about 

the inspective result. 

7. **~-~~~; ;$:0~~~-~, ~~~~0 

Report is in triplicity, original stored in CJP company, two copies for client. 

8. *:bO~ CMA ¥Ef<J~~~*~' ~~*lr-1J~±~JE9iiE~1'FfflEf<1~1Ji5~~*o 

The data and result of the inspection report that unsealed can not be proved to 

society. 
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Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD, 

Nanshan District, Shenzhen. 

~~/TEL:0755-86274981/26440278 
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