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NONDESTRUCTIVE TESTING REPORT

TFELFR Project Name: SS AMAZONIA fB453i155

SS AMAZONIA Expansion Joint Inspection
ZFEHAL Commission Unit : IRYITT B EEA MR E R ER RA T
AL AL HRE Client Address: BN i 28 FH X SR KA A
T#E%S Project No. : CJP-WR-083-157-19-053

57 Inspection Method : MT

WEHS ReportNo. : _ CJP-WR-083-157-MT003-19-053

TU#{ Number of pages :

& HH# Report Date :

fit#E A\ Approved by :

AL BRI AR s B A H

CONTRACTOR: SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

Heo ohk FRIIMTE LXK AR XE 2076 SEBKESE C3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076, YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
ML 3 Tel: 0755-86274981/26440278 :

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com

Form No:CJP/WR.01 Rev:E/1
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MAGNETIC PARTICLE INSPECTION REPORT

T E 4R :SS AMAZONIA {#H48Fi{E3E HmEHM &GRS
Project Name :SS AMAZONIA Expansion Joint Inspection Report Date: 2019. 07. 25 Report No. :CJP-WR-083-157-MT003-19-053
o) U LB M 1Tt : &Sk ®’HAH
AR I Syt VGS8. 3. 2-51 CYD-8000 ac -
Testing Position izhow fonkshon Executive Standard Instrument Type Lifting Power
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i 100% - . CJP-CF-29 _ . MT-BW
Testing Rate Acceptance Grade Instrument No. Magnetic Particle
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Drawing No. Surface Condition Yoke Type Contrast Agent
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Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
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Workpiece No. Welder No. Weld No. HTS Groove Form Welding Process W.L( mm ) Defect No. DNS ' Judge
A20441 — B#t — - —- — - — Acc
H10777 - B# — —- — — - — Acc
END
£1E AL FRR A (HTS—Heat Treatment State) F45& (LOF-—-Lack of Fusion) HK4Ei&( LOP--Lack of Penetration) _ i
Notes:Hitpatd: i &L K/ (DNS——Defect Nature and Size) L (C-—Crack) S FL(P--Porosity) 4% (Acc——Acceptance) A&
38 5 (Inspector) AR M (Tech. Supervisor) i
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1ENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

For U+ 5 Pt P
SKETCH OF DETECTION POSITION
HRERT:
Report ;\Iﬁo: CJP-WR-083-157-MT003-19-053

A20441 H10777
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Report without the specified inspection stamp of CJP company is invalid.

2. MELREARBIEA A, BARKEE . SRIFAZFZIH.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. FMEBRELR-

Report with alteration will be invalid.

4. AREDS BT G ZAREAL AT
Report is only responsible for the inspective pieces.

5. RERWBMRBABERARE .

Report should not be copied without the agreement of CIP company.

6. RILAMXMMAEREFHFN, ETTHAERRERL.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ARE—REM AARFE—0, BFFG.

Report is in triplicity, original stored in CJP company, two copies for client.

8. RiINE CMA ERRRIME, TREMHSRIEVERNBENER.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD

Huhk: BRIITTEG L X AR KIE 2076 SHEAKENE €3

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.

F3 1 /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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