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NONDESTRUCTIVE TESTING REPORT 
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MAGNETIC PARTICLE INSPECTION REPORT 

W.i!f EHIA tRi!f~-%: 

Project Name :SS AMAZONIA Expansion Joint Inspection Report Date: 2019. 07. 25 Report No. : CJP- WR- 083- 157- MT008- 19- 053 

fx~ru% 11£7+ }J 
VGS8. 3. 3-S3 CYD- 8000 - -

Instrument Type Lifting Power 
:f&W!tl :1:!!! J2: ;mi'H:!f.rAJ :fA 1-r t;r-nt 
Testing Posi tion Hu izhou Work shop Executive Standard 

{)(.~~~% 
CJP-CF-29 

!itt ;f)} 
-- MT- BW 

Instrument No. Magnet ic Particle 
:f& W!tl lt 17tl ~~~Jltl 

100% 
Testing Rate Acceptance Grade 

litt~~ru &_~J\'Ij 
Ra~25 11m -- FA- 5 

~~% ~HIIT:J;I(~ 
--

Drawi ng No. Surface Condition Yoke Type Contrast Agent 

A1 (30/ 100) 
1itt1t1Ji'! 

~II ¥M f,lffl { ,, ~i*¥t 
!itt ft wt fHJ 

1'3s 
Magnetizing Method Magnetizing Time 

I fH-ti'IA ~®:&iJ\tJc 
4130 

Workpiece Material Sensitivity block 

Ift~% ~I% ~D% ~5(]::1JIJ.:j;/(~ :iltDM:rt: ~~1Ji'! ~~i! -lf& ffi1c~t~-% ffi1c ~tt1=.J0 Eck: 11' 1-4'1-E:\l!i:m 
Workpi ece No. Welder No. Weld No. HTS Groove Form Welding Process W. L( mm ) Defect No. DNS Judge 

H171942- 1 -- Wl -- -- -- -- -- -- Ace 

H171942- 1 -- W2 -- -- -- -- -- -- Ace 
-- -- -- -- -- Ace Hl 71942- l -- W3 --

END 

~i'!: 1:!\6d::£lll:f}\~ (HTS--Heat Treatment State) 
Notes: (ijlc~fit!f.l.ll'! &:.*: 'J' ( DNS--Defect Nature and Size) 

~¥ Si gnature 

." ·"· \'·.'.·, ',;,;:; ;:•l?· 
*:k;;t-&l- (LOF- - Lack of Fusion) *:tli!~ ( LOP--Lack of Penetratio.il) . .' - ~i1!t(S . I --=-si·a!;"' lnc' us ion) 
~l;J( (C--Crack) 1~1L (P-- Porosi ty) .g.;f11t (Ace--Acceptance) #i-;f/FR~ j -Rej.~c tioi~).;~. _' . . ' '\ 

fi#llii: 'M (Tech. Supervisor) ~- :: :~~~--jf~~- .-._:~,:"='z ~A-u-4-.,:~0-!-i+ hje_d_ S-ig_n_e_e ) _ _, 

1a .J ~7.J.v "-h. ;_·!:, .7,..':QJ <:.....-~i!J .. -IJ ·-

:f&~:&9:! (Inspector) 
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SKETCH OF DETECTION POSITION 

H171942-1 W2 H171942-1 W3 
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Remark 

Report without the specified inspection stamp of CJP company is invalid. 

Report without the signatures of operator of film judge, tech. supervisor and 

tech. principal is invalid. 

Report with alteration will be invalid. 

Report is only responsible for the inspective pieces. 

Report should not be copied without the agreement of CJP company. 

Client should inform CJP company within 15 days ifthere're any question about 

the inspective result. 

Report is in triplicity, original stored in CJP company, two copies for client. 

The data and result of the inspection report that unsealed can not be proved to 

society. 

Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD 

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD, 

Nanshan District, Shenzhen. 

~~/TEL:0755-86274981/26440278 
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