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MAGNETIC PARTICLE INSPECTION REPORT 
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Project Name :SS AMAZONIA Expansion Joint Inspection Report Date : 2019.07. 25 Report No. : CJP- WR- 083- 15 7- MTO 15- 19- 053 

~)ljltl±f!l.R: il\:HI!J:Oriil :fA1rt~Ffl -&~ru -'% :j'Jf:ft)J 
lluizhou Workshop VGS8. 3. 2- S1 CYD-8000 --

Testing Position Executive Standard Instrument Type Lifting Power 

~)ljltl ~~fJtl -&rfil.~jJ!J {)(~~ -'% MH)J 
100% -- CJP-CF- 29 MT-BW 

Testing Rate Acceptance Grade Instrument No. Magnetic Part i c l e 
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Drawing No. Surface Condi tion Yoke Type Contrast Agent 
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Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time 
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Workpi ece No. Welder No. Weld No. HTS Groove Form Welding Process W. L( mm ) Defect No. DNS Judge 

l#Hl53919- 2 -- BJ::H -- -- -- -- -- -- Ace 

2#H153919- 2 -- BJ::H - - -- -- -- -- -- Ace 

3#H153919- 2 -- BJ:;f,J -- - - -- -- -- -- Ace 

4#H153919-2 -- BJ::H - - -- -- -- -- -- Ace 

5#Hl53919- 2 - - BJ::H -- -- -- -- -- -- Ace 
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Remark 

Report without the specified inspection stamp of CJP company is invalid. 

Report without the signatures of operator of film judge, tech. supervisor and 

tech. principal is invalid. 

Report with alteration will be invalid. 

Report is only responsible for the inspective pieces. 

Report should not be copied without the agreement of CJP company. 

Client should inform CJP company within 15 days if there're any question about 

the inspective result. 

Report is in triplicity, original stored in CJP company, two copies for client. 

The data and result of the inspection report that unsealed can not be proved to 

society. 
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