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NONDESTRUCTIVE TESTING REPORT
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MAGNETIC PARTICLE INSPECTION REPORT

T H 42 7% :SS AMAZONIA fZEi1538 R H GRS
Project Name :SS AMAZONIA Expansion Joint Inspection Report Date: 2019. 07. 25 Report No. :CJP-WR-083-157-MT016-19-053
G Hh PATFRE V& iRy ®"HH
b A . VGSS. 3. 2-51 CYD-8000 i —
Testing Position oL orRshop Executive Standard Instrument Type Lifting Power
& BB B R T & TR Hx
el 100% = — CJP-CF-29 _ MT-BW
Testing Rate Acceptance Grade Instrument No. Magnetic Particle
w5 RERE R R A RER
B S et LEREEE Ra<25 pm - = ! FA-5
Drawing No. Surface Condition Yoke Type Contrast Agent
THME RBERR WA 3 . , HEAL BT 8] "
IR cs S A1(30/100) o B/ ROSEE 317 3 1 3s
Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
TH4m% BIS EBNS | ROHERE WO BT IR BEEKE e R PE I B R b VT E 2
Workpiece No. Welder No. Weld No. HrS L Welding Process W.L(mm)  [Defect No. DNS Judge
18H174117 - B — 3 - _ - = fea
141174117 — 125 — — — — — — Ace
28H174117 - B4 S = == = — == Ace
28H174117 — 1254 — - -~ — — — Acc
H174129 — fE4f = = = == — = Acc
H174129 - 125 — — -~ - — - Acc
END
HIE  BSEFRAS (HTS—Heat Treatment State) FK4E& (LOF—Lack of Fusion) ZK¥Ei%E( LOP--Lack of Penetration) FiifS.
Notes: Btf& M B A/ (DNS—Defect Nature and Size) L (C——Crack) 7 FL(P--Porosity) &#& (Acc—Acceptance) Z<é’1‘§(Rej—R§ .
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Remark

1. RGN AL RN T R E TR
Report without the specified inspection stamp of CIP company is invalid.

2. MELBRIEARBFEA AN, BREE. ERAFAZFZIR.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. AMEBRBTR.

Report with alteration will be invalid.
4. AFRE DS S TR -
Report is only responsible for the inspective pieces.

5. REMN B FRBABEHRERE .

Report should not be copied without the agreement of CIP company.

6. RITHAUMBMEREFRW, BT THHARY.

Client should inform CJP company within 15 days if there’re any question about
the inspective result.

7. ZRE—A=G ARG, BPWG
Report is in triplicity, original stored in CJP company, two copies for client.

8. RNz CMA ERRMMKE, TREELLEERIEHNEEENLSR.
The data and result of the inspection report that unsealed can not be proved to
society.
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Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD

Huhk: BRYITTEE X AR KIE 2076 SHEKEASE 3

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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