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NONDESTRUCTIVE TESTING REPORT

TFEAFR Project Name: IW3-1 FEEIEr= 4 F T H

LW3-1 Platform Discontinued Pipeline Replacement Project

ZFEHAL Commission Unit : VT RIGEK TEBREERAF
RHC AL Client Address: JEITHESL[X

TH4%S Project No. : CJP-WR-167-002-19-046

F i 7592 Inspection Method : MT

#HE9S Report No. :

T # Number of pages :

k& H# Report Date :

HL#EN Approved by :

R AL R T I RS Sl A BR A 7

CONTRACTOR: SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

o hk IR X A SR KIE 2076 SEAEKEAR C3

ADDRESS: C3F6, GAOKE BUILDING,NO.2076,YUELIANGWAN BLVD,NANSHAN DISTRICT,SHENZHEN
B 4 Tel: 0755-86274981/26440278

URL: http://www.cipsz.com E-mail:cjpsz126@126.com

Form No:CJP/WR.01 Rev:E/1
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SHENZHEN CHENGJINPENG INDUSTRIAL CO., LTD
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MAGNETIC PARTICLE INSPECTION REPORT

T H 2 F: LW3- 1 &5 P 4 I B R H FA=E
Project :LW3-1 Platform Discontinued Pipeline Replacement Project Report Date: 2019. 07. 24 Report No. : CJP-WR-167-002-MT001-19-046
G b g HATARHE [NE iR 270
i _ LW3-1F4 - ASME B31. 3 ZCM-AD22012 ‘?ﬂ_j > 45N
Testing Position Executive Standard Instrument Type Lifting Power
For ) L 431 H R N Ry Wk
= 20% - — CJP-CF-20 B MT-BW
Testing Rate Acceptance Grade Instrument No. Magnetic Particle
iR FIERA S WA ZH
Adis D19-X-08 . A % AC-Yoke e FA-5
Drawing No. Surface Condition Smooth Yoke Type Contrast Agent
T AR R WA J7 i AL ] .
. , cs e A1(30/100) 5 Successive o 1"3s
Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
THRm5 JBTS BOS | AAEHERE O PRI JREECRE BRBE S 7RIS NN RE S
Workpiece No. Welder No. Weld No. HTS SETIONE] RO Welding Process W.L(Cmm) Defect No. DNS Judge
DX-LW31-8 " -04 DX002 2 — \ s — - — Acc
DX-LW31-8 " -04 DX002 3 . v = —— = Acc
DX-LW31-8 " 04 DX002 5 - v - - — Acc
DX-LW31-8 " -04 DX002 7 S \ = == = Acc

END

FvE AL FEIRAS (HTS——Heat Treatment State)
Notes: 4 i e K/ (DNS—Defect Nature and Size)

I <]
FKI54E (LOF-—Lack of Fusion) HK##i%E ( LOP--Lack of Penetration) i‘jk (S I——%:E 37
% (Acc——Acceptance)

4 (C-—Crack)

4L (P-—Porosity)

g (Re‘r Rejeoﬁf

7

156 51 (Inspector) AL (Tech. Supervisor) %&?‘/P
%7 Signature Do qu haat {a,'é %‘QZW &g@j
HH#A Date /9. 072/4’_ %M.o7:7/fP R
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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD
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SKETCH OF DETECTION POSITION
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Report :o: CIP-WR-167-002-MT001-19-046
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Remark

1. RS ToAa il s fr kil & F 2 o R
Report without the specified inspection stamp of CIP company is invalid.

2. MELRIEARBGER AN BARKE. HAATAZETLEH.

Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.

3. ARERBTR
Report with alteration will be invalid.

4. ARG DO BAG T i SZAT AL 1 5T
Report is only responsible for the inspective pieces.

5. RN AL FEBEAFE I AR
Report should not be copied without the agreement of CJP company.

6. RILBMMEMERER R, BT THHARHE.

Client should inform CIJP company within 15 days if there’re any question about
the inspective result.

7. ARE—A=M AARERE—B, BFFEG.

Report is in triplicity, original stored in CJP company, two copies for client.

8. ARindt CMA BRI, ARZ L& HIER NSRS R,
The data and result of the inspection report that unsealed can not be proved to
society.

AT AL ERYITT RIS SENL A R A ]

Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD

ks FIITTRE L X A BB KIE 2076 SRALKEANE €3

Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.

1% /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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