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NONDESTRUCTIVE TESTING REPORT
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RADIOGRAPHIC INSPECTION REPORT

T H AR B S e B Sk e k& H# wEHwT
Project Name: Expansion Joint Female Head Reconstruction on NH2 Report Date:2018. 08. 07 Report No. CJP-WR-083-136-RT001-18-046
o b £ BUHIR N T3
Tes*tﬁ{y;’ff‘ifion RJF Workshop ?o;frﬂfe T2 Fiﬁ}ziity = (el Develop;rzlj ;uzlfierature 20C
El45 o R R dsdn X-ErE i 5[] ' Enin
Drawing No. Focus Size X-Tube Voltage Developing Time
IThR? ¢ -EHRR R A0
Executﬁszifldard hoE. B35 Intenﬁ?yflz%creen el 1A G X—Tul))(e iiﬁniﬁﬁivity 16ci Fixingiir{riffature 20C
TH#ME  Material X80 FEBE SFD 267mm BRI ASTM 1B SEFHTE] Fixing Time | 15min
KM LEB] Testing Rate 100% JB 3tk Film Type AGFA-C7 &5LHY[E Exposure Time 2. 25min B . SWST
Exposure Technique
e | THE mas | PR e | RETE ey | ARRE Bt e A T
No. Workpiece No. | Weld No. No. Film No. - W. L (mm) (um) Defect Condition (mm) ey R;Zult i Repair Report No.
1 NH2-RJF-TJ-001 wo1 RJFWO3 0-1 SMAW 240 533/15.9 - == Acc = =
2 NH2-RJF-TJ-001 Wo1 RJFWO03 1-2 SMAW 240 533/15.9 kAR L=3mm — Acc == —
3 NH2-RJF-TJ-001 Wwo1 RJFWO3 2-3 SMAW 240 533/15.9 == — Acc - -
4 NHZ2-RJF-TJ-001 W01 RJFWO3 3-4 SMAW 240 533/15.9 PO2X1 — Acc - -
5 NH2-RJF-TJ-001 Wo1 RJFWO3 4-5 SMAW 240 533/15.9 == - Acc = -
6 NH2-RJF-TJ-001 Wo1 RJFWO03 5-6 SMAW 240 533/15.9 == - Acc == -
7 NH2-RJF-TJ-001 Wo1 RJFWO3 6-0 SMAW 240 533/15.9 = — Acc == =
8 NH2-RJF-TJ-001 woz2 RJFW03 0-1 SMAW 240 533/15.9 PD1X2 = Acc == =
8 NH2-RJF-TJ-001 wo2 RJFW03 1-2 SMAW 240 533/15.9 PD1X1 —— ==
10 NH2-RJF-TJ-001 wo2 RJEWO3 2-3 SMAW 240 533/15.9 PD1X3 — =
11 NH2-RJF-TJ-001 Wwo2 RJFW03 3-4 SMAW 240 533/15.9 - — \ -
12 NH2-RJF-TJ-001 W02 RJFWO03 4-5 SMAW 240 533/15.9 e f:f A 7 &
7 (Notes) : £¥&& (LOF-Lack of Fusion) HREMFE (RC-Root Concavity) R (C-Crack) SFL (P-Porosity) S (S. I;«ﬁla Incl@smn) -

AJ8i%E (LOP-Lack of Penetration)

g1 (UC-Undercut)

Tt FEREE (N. S.D-No Recordable Defect)

K5 57 (Inspector)

H AR ¥ B (Tech. Supervisor)

A%(Ac#ﬁt&btaﬁé‘é‘ gl *Aiﬁ‘(ReJ -Rejection)

&7 Signature

l[q Wenzlwwg

HH#H Date

2018 . 08-07
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RADIOGRAPHIC INSPECTION REPORT

T H 2 #: B S e 8k i HwERM Wt
Project Name:Expansion Joint Female Head Reconstruction on NH2 Report Date:2018. 08. 07 Report No. CJP-WR-083-136-RT001-18-046
VE T = ye 3 42/ [E s Judge 1’2{'%77\'%( N
e THS g | LT g | RETE | g | HEFR Bt S | R
No. Workpiece No. Weld No. Film No. &1 W.L(um) Defect Condition (mm) ! = p Repair Report No.
No. Process (mm) Grade Result Times
13 NH2-RJF-TJ-001 W02 RJFW03 5-6 SMAW 240 533/15.9 - == Acc S -
14 NH2-RJF-TJ-001 Wo2 RJFWO03 6-0 SMAW 240 533/15.9 — == Acc == ==
END
7 (Notes) : KI&H (LOF-Lack of Fusion) REBMIFE (RC-Root Concavity) 4 (C-Crack) S FL (P-Porosity) eyt (S. 1 -;g}a N
A N8i% (LOP-Lack of Penetration) i (UC-Undercut)  FEickHtiE (N.S.D-No Recordable Defect) ey (Acc—é‘\cce\bta

15 7 (Inspector)

FAR M (Tech. Supervisor)

—

&7 Signature
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H#A Date

2218
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Remark
1. o oA B AL eh P& P & B
Report without the specified inspection stamp of CJP company is invalid.
2. MELBMEARBIFR A, BREE . ERAFAZFEL.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. ARERBLH-
Report with alteration will be invalid.
4. AR DU b AL 5
Report is only responsible for the inspective pieces.
5. RERN AL FBEABEHI AR .
Report should not be copied without the agreement of CJP company.
6. RILAMMNKNEREFT R, FTFTHHARE,
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. ARE—AEM BAAREE—0, BFFG.
Report is in triplicity, original stored in CIP company, two copies for client.
8. RN CMA BRI G, THEZ MALLEIEHEROHEIEMLSR.
The data and result of the inspection report that unsealed can not be proved to
society.
I EAL: BRYITT AR ME SE MV A PR A 7
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Hohk: IR ILIX A R KIE 2076 SHELKE 6 2 3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.

H3 1% /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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