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NONDESTRUCTIVE TESTING REPORT

T4 Project Name: i —5 BOP mERIEE

BOP Crane Liquid Cylinder Repair on NH2.
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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD
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Project Name:BOP Crane Liquid Cylinder Repair on NH2.

i< I G A
'ULTRASONIC TESTING REPORT

Eiis=2=P iR
Report Date:2018.11.05
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Report No. :CJP-WR-083-142-UT001-18-070

S 5 s A% 10 AT R A y U HEE
Ho i i s ASHE-VIApp1z | DEE ZXUD-40E EAMRGEL ®2X 40
Test Position RJF Workshop Executive Standard Instrument Type Ref. Sensitivity
S LA B X5
ik . o - = - e CJP-CS-15 BRRUE D2X40+4dB
Testing Rate Acceptance Grade Instrument No. Test Sensitivity
iR R R R B Drawing:
S it RIEGRR Soih BEHR CSK-TA, CSK-T1A-1 ‘
Drawing No. Surface Condition Sensitivity Block N
5 RS PR/ N B R 59.7° /9mm 2
”
Matarial X80 Probe Type 84 sPtld pelniy Probe Angle / Index 70.2° /11mm 2 Z [ \>
1Rk e NEEY e ol 2z 3480
SMAW = i
Welding Process Groove Type Couplant Industrial Paste
TS 1REES BLS &R TREE T RSk A B i Bea o 5 Z# i Reference Point 4 i i =g/ BB
Workpiece No. Weld No. |Welder No.| THK (mm) W.L (mm) Probe Angle |Defect No.| X Y W D L |Property| Range Judge Repair Report No.
NH2-BOP-001i & Bil == RJFW05/RJF¥006 25 - 59 7% /70,27 = - = = — = = = Acc —
NH2-BOP-00 ik & /& = RJFWO5/RIFWO0G 25 = 59.7° /70.2° b . - == s e — — Acc =
END
e
AR LN
4S P\
[ =
7# (Notes): X.Y.W.D.L: LI ( See Drawing), #HJIFE ( LOF—Lack of Fusion), #HKMEi%E (LOF--Lack of Penetration), ZM4L(, C——Crack), ‘%(S.I Inggz 7 53
SFL(P—Porosity), &# (Acc—Acceptance), A& (Rej-Rejection). i3 y

¥536 5 (Inspector)

BRI E (Tech. Supervisor)
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Remark
IO -8t oL =X A vk e R o
Report without the specified inspection stamp of CIP company is invalid.
2. MELHREARBGFA A BARKE . BRRATAZFZLH.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. FREWBTIR.
Report with alteration will be invalid.
4. ARG PO AL i AT I 55
Report is only responsible for the inspective pieces.
5. RERW PN FEBEABEH ARE.
Report should not be copied without the agreement of CJP company.
6. ZIEFMIRMEREF R, BT THLHARH.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. ARE—A=M ARFFEE 0, BPES.
Report is in triplicity, original stored in CIJP company, two copies for client.
8. RIN#E CMA BRI E, ARZEMSEIERERMEEMER.
The data and result of the inspection report that unsealed can not be proved to
society.
R BAr: YT RS sEAA PR A F]
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Houk: FRYITIRELIX AR RIE 2076 SHEALAE 6 F €3
Address: Room (3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
FE1%/TEL: 0755-86274981/26440278
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