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LIQUID PENETRANT INSPECTION REPORT

WiH AHK TG — G 0 P R OB R S5 iEE A et 5 e 45 : CJP-05-051-279-PT001-17-001
Report Date: Report No. :
Fol PR Yol bt O ot BIERIE(C ) o
Testing Position Workshop Acceptance Criteria Cleanser Penetration Temperature
o i EE A1) A& BB BN A .
Testing Rate 100% Acceptance Grade - Penetrant DPT=5 Penetration Time 10min
Ers B AR . AL or TR (min ) -
Drawing No. Surface Condition Developer Dry Time
LAF#1 5T ORI WIRPS s . B ZAZWE ( min ) _
Workpiece Material 5 Testing Method AR R test block B Developing Time fmin
THrom s RTS OS5 R4 1 JREEK RS FORMMHEE (mm ) B et o BRI E R
Workpiece No. Welder No. Weld No. |Welding Process| W.L( mm ) Defect No. |Distance to Point* O”|Defect Character| Defect Length (mm) Judge
IWO/16/12/A423-1# - - - — - - - — Acc
IW0/16/12/A423-2# - - - - - - - - Acc
IW0/16/12/A423-3# - - - - - - - - Acc
IW0/16/12/A423-4# - - - - - - - - Acc
IW0/16/12/A423-54 - - - - - - - - Acc
IW0/16/12/A423-6# - - - - - - - - Acc
IWO0/16/12/A423-7# - - - - - - - - Acc
123 123 123 123 123 123 123 123 123 123
123 123 123 123 123 123 123 123 123 123
1W0/16/12/A423-8# - - - - - - - - Acc
IW0/16/12/A423-9# - - - - - - - - Acc
IW0/16/12/A423-10# - - - - - - - - Acc
IW0/16/12/A423-11# - - - - - - - - Acc
IW0/16/12/A423-12# - - - - - - - - Acc
BE — — B — — = — — Acc
#VE KIxE (LOF—Lack of Fusion) #AJFi%E ( LOP—Lack of Penetration) I (S.1—Slag Inclusion)

Notes:asdsa

247 (C——Crack)

S FL (P—Porosity)

&4 (Acc—Acceptance)

ANE#% (Rej—Rejection)

5% 5 (Inspector)

F AR W B (Tech. Supervisor)

BN (Authorized Signee)
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