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NONDESTRUCT IVE TESTING REPORT
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Maintenance for Frame of Ql4 Remote Operated Vehicle
ZHE# AL Commission Unit : FEKPRETE QRID AREAE
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TH%5 Project No. : CJP-WR-051-306-18-024
¥ J77% Inspection Method : PT

#HE %5 Report No. :

T# Number of pages :

%5 H#H Report Date :
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LIQUID PENETRANT INSPECTION REPORT

T H 4 7%:Q14 ROV ¥ SBAES 44 & B HE R
Project Name:Maintenance for Frame of Q14 Remote Operated Vehicle Report Date:2018. 04. 26 Report No. : CJP-WR-051-306-PT001-18-024
S 2 7R AT b b=l B L8]
B i _ NB/T4T013.5-2015 | = ° DPT-5 ‘_g{( ) 20C
Testing Position | QPOC Workshop Executive Standard Cleanser Penetration Temperature
o) Eb o E R VBIET B[]
NI 100% 5 1% ' DPT-5 10min
Testing Rate Acceptance Grade Penetrant Penetration Time
s HikE BRH F- et fi)
sl 2 s #TE Smooth ] DPT-5 . . 10min
Drawing No. Surface Condition Developer Dry Time{ min )
TR el 7772 o . R SR ( min )
W,M’ _ A16082-T6 s R R R i B4 R B £ e Zii
Workpiece Material Testing Method Test block Developing Time
T A4S BT BOs 1REETT % PREE Ham S BOHEIEEE ( mm ) B PREER S ES PFE &M,
Workpiece No. Welder No. Weld No. |[Welding Process| W.L( mm ) Defect No. [Distance to Point“ O”|Defect Character| Defect Length (mm) Judge
s - = - B = — - 1Ace
END

. P i

&iE FKtEE (LOF—Lack of Fusion) #K48i% ( LOP--Lack of Penetration) J
Notes: G (C—Crack) “TfL(P-—Porosity) Hf(Acc—Acceptance) Ay
K36 51 (Inspector) H AWM (Tech. Supervisor)
%% Signature 13 Le wﬂlﬁzbﬂ'\
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Remark
I 8= /ot 1L R AR 21 R R A %
Report without the specified inspection stamp of CIP company is invalid.
2. MELEBIEARBIFA AN EAREE . BRAFTAZEFLH.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. RGBT
Report with alteration will be invalid.
4. ARG DA M AR AL FT
Report is only responsible for the inspective pieces.
5. REMW AL FBEABEH RS,
Report should not be copied without the agreement of CIP company.
6. ZILRMMEMEREFRY FT+REHARL.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. FRE-R=Eh ARAFRFEE—, BFFG.
Report is in triplicity, original stored in CIP company, two copies for client.
8. RN CMA ERIMRE, TEE A SEIEHIERNBIENLER.
The data and result of the inspection report that unsealed can not be proved to
society.
R A RN RIS SE LA R A F
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Hoht: TRYITIRE X A = KIE 2076 SRFHKE 6 /2 €3
Address: Room C3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.

H33E /TEL: 0755-86274981/26440278

URL: http://www.cjpsz.com E-mail:cjpsz126@126.com
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