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NONDESTRUCTIVE TESTING REPORT
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XJ30-2 Platform
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SHENZHEN CHENG JINPENG INDUSTRIAL CO.,LTD

A N A I
MAGNETIC PARTICLE INSPECTION REPORT

i H 455 THYL30-20R 3 F K e H I WS
Project :Mud Pump Overhaul On XJ30-2 Platform Report Date: 2018. 10. 15 Report No. :CJP-WR-094-023-MT001-18-063
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Testing Position Executive Standard Instrument Type Lifting Power
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Testing Rate Acceptance Grade Instrument No. Magnetic Particle
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Drawing No. Surface Condition Grinding Yoke Type Contrast Agent
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Workpiece Material Sensitivity block Magnetizing Method Magnetizing Time
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Workpiece No. Welder No. Weld No. HTS S Welding Process W.L( mm ) Defect No. DNS Judge
100 {7 FEMTO01-1# — — — — — - — = == Acc
10 7 FEMTO01-2# - - - — - — — - = Acc
1R BHIE B BER — — — — - — - - - Acc
1T B - - - = ~ — — - - Ace
END

FiE AL BEAR S (HTS—Heat Treatment State)

Notes: BBEHEE B2 K /N (DNS--Defect Nature and Size)

H 45 & (LOF—Lack of Fusion) H48i%( LOP--Lack of Penetratloﬁ}\ 8 (S
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SHENZHEN CHENGJINPENG INDUSTRIAL CO.,LTD

RLE SRt
SKETCH OF DETECTION POSITION
WS
Report No: CIP-WR-094-023-MT001-18-063
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Remark
T 8= vt o LR 8 A okl R e o 5 @8
Report without the specified inspection stamp of CIP company is invalid.
2. MELREARBIFAAN. BRKEE ., BRATAZFLH.
Report without the signatures of operator of film judge, tech. supervisor and
tech. principal is invalid.
3. AMEHAELRK.
Report with alteration will be invalid.
4. AARE DONIBALT™ dh A FBALFT
Report is only responsible for the inspective pieces.
5. REHR AL R BB ER AR E.
Report should not be copied without the agreement of CIP company.
6. ZILRMMKEMEREGHFY, HTTHLEANRH.
Client should inform CJP company within 15 days if there’re any question about
the inspective result.
7. ARE—-R=4 AQARFE—8, BPFES.
Report is in triplicity, original stored in CJP company, two copies for client.
8. Ring: CMA FEHRRIR Y, THRHEZELLEIEHERMBIENLER.
The data and result of the inspection report that unsealed can not be proved to
society.
AL BRI RIS A FR A )
Contractor: Shenzhen Chengjinpeng Industrial Co.,LTD
Huhk: WRYITRLIX A = KIE 2076 S EFERE 6 )2 3
Address: Room (3, 6/F Gaoke Building, No.2076, Yueliangwan BLVD,
Nanshan District, Shenzhen.
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